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Electrical Resistivity of Alkaline Earth Elements 

T. C. Chi 

Center lor In/ormation and Numerical Data Analysis and Synthesis, Purdue University, West Lafayette, Indiana 47906 

This paper presents and discusses the available data and information on the electrical resistivity 
of alkaline earth elements (beryllium, magnesium, calcium, strontium, barium, and radium) and 
contains recommended or provisional reference values. The compiled data include all the experi
mental data available from the literature. The temperature range covered by the compiled data is 
from cryogenic temperatures to above the melting temperature of the elements. The recommended 
values are generated from critical evaluation, analysis, and synthesis of the available data and 
information and are given for both the total electrical resistivity and the intrinsic electrical re
sistivity. For most of the elements, the recommended values cover the temperature range from 1 K 
to 1000 K. 

Key words: Alkaline earth elements; barium, beryllium; calcium; electrical resistivity; mag
nesium; radium; strontium; temperature dependence. 
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The purpose of this work is to present and discuss the 
available data and information on the electrical resistivity 
of alkaline earth elements, to critically evaluate, analyze, 
and synthesize the data, and to make recommendations for 
the best values of the electrical resistivity over a wide 
temperature range. Of this group of elements experimental 
electrical resistivity data are available in the world litera
ture for Be, Mg, Ca, Sr, and Ba and there is no resistivity 
data for Ra. 

Table 1 contains information on the densities, crystal 
structures, phase transition temperatures, and certain other 
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pertinent physical constants of the alkaline earth elements. 
This information is very useful in data analysis and syn
thesis. For example, the electrical resistivity of a material 
generally changes abruptly when the material undergoes 

any transformation. One must, therefore, be extremely 
cautious in attempting to extrapolate the electrical re
sistivity value across any transition temperature. No attempt 
has been made to critically evaluate the temperatures and 
constants given in table 1, and they should not be con
sidered as recommended values. 

This work is organized in six sections. In the theoretical 
background section, some results of the theory of electrical 
resistivity are presented Ilnd briefly discussed. In the section 
on data evaluation and generation of recommended values, 
the general procedures and methods for data evaluation and 
for the generation of recommended values are outlined. 

In the data presentation section, the electrical resistivity 
of each of the alkaline earth elements is presented sepa
rately in the order of increasing atomic number. Values of 
electrica 1 resistivitip.s are given for hoth the solid and liquid 
states. For an element at moderate and high temperatures 
the true electrical resistivity values for different high-purity 
(99.9+) samples at each temperature should he hut little 
different; therefore, a set of recommended electrical re
sistivity values can be given for a high-purity element. At 
low temperatures, however, the electrical resistivity values 
for different samples with small differences in impurity 
andlor imperfection differ greatly, and a set of recom
mended values applies only to a sample with that particular 
amount of impurity and imperfection. Thus, the low-tem
perature electrical resistivity of an element could he pre
sented as a family of curves, each of which would be 
recommended for a sample with a particular amount of 
impurity and degree of imperfection, and hence a particular 
residual resistivity, po. In this 'Work, two well-defined curves 
are recommended for the full temperature range: one repre
senting the intrinsic electrical resistivity, Ph which is a 
unique function of temperature and is zero at absolute zero, 
and the other representing the total resistivity, p, for the 
purest form of each element on which measurements have 
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TABLE 1. PHYSICAL CONSTANTS OF ALKALINE EARTH ELEMENTS
a 

Atomic Atomicb DensityC Crystald Phase Debyee Melting Normal Critical 
Name No. Weight kgm-3x103 Structure Transition Temperature Point, K Boiling Temp., K Temp., K at OK 293 K Point, K 

Beryllium (Be) 4 9.01218 1.85 c.p.h. (a) 1530' p:-(3) 1160 1031 1562 2749 6170 
b.c.c. Ifl) 

Magnesium (Mg) 12 24.305 1. 74 c.p.h. 396;;/;54 330 922 1364 3537 
Calcium (Ca) 20 40.08 1.55 f.c. c. (a) 720±2 (a-f3) 234±5 230 1113±2 1759 3273 

b.c.c. </3) 
Strontium (Sr) 38 87.62 2.60 f.c.c. ~) 830 (X-y) 147±1 148 1042 1652 3064 

b.c.c. (y) 
Barium (Ba) 56 137.4 3.5 b.c.c. p:) 110. 5±1. 8 116 1002±2 2174 3670 
Radium (Ha) 88 226.0254 5 89 973 1900 

a Iufo;n:).").ation taken fronl Dci. [lJ. 

b Atomic weights based on 12C 12 as adopted by the International Union of Pure and Applied Chemistry in 1971. 
The number in parentheses is the mass number of the isotope of lOI!gest known half life. 

C Density values given for 293 K. 

d Structure below the melting temperature. 

e Deduced from specific heat measurements. 

been made. The latter curve at low temperatures is only 
applicable to the particularly characterized specimen with 
residual electrical resistivity clearly specified. These two 
curves approach each other closely, on a logarithmic scale, 
for temperatures above about 100 K. Figure 1 shows the 
relationship between Pb po, and p. 

The recommended or provisional electrical resistivities 
are tabulated with uniform but step-wise iw .. aealSillg im:;It'l
ments in temperature as the temperature increases. The 
estiIQ.ated accuracy· of the recommended or provisional 
values for each element in each different temperature range 
is given in the discussion. The asterisked values in the tables 
are interpolated, extrapolated, or estimated in the tempera
ture ranges where no experimental data are available. 

From. the recommended values of p and Pi which are 
tabulated in this work, the electrical resistivity of a partic
ular sample at low temperatures can be estimated in either 
of the following two ways. One way is to find the difference 
between the measured resistivity value and the reCom
mended P value at the same low temperature (i.e. below 
100 K) and then add thil5 difference to the recommended 

P values at other temperatures. The second way is to com
pare the measured low temperature value with Ph get the 
difference which is the residual resistivity of this particular 
sample, and then add this po to the recommended Pi at the 
other temperatures. 

In the figure showing experimental data, a data set that 
consists of a single point is denoted by a number enclosed 
by a square, and a curve that connects a set of data points 
is denoted by a ringed number. These numbers correspond 
to those in the data table and in the accompanying table 
on specimen characterization and measurement informa
tion. When several sets of data are too close together to be 
distinguishable, some of the data sets or data points, though 

listed in the table, are omitted from the figure for the sake 
of clarity. For all elements except francium, both loga
rithmic plotting and linear plotting of electrical resistivity 
are used in order that details may be clearly shown for both 
the low and high temperature regions. The recommended 
curves are presented in the same figure. The heavy solid 

curve represents recommended values, and the dashed 
curves give provisional values. In figure, the melting point 
(M. P.), normal boiling point (N. B. P.), and critical tem
perature (C. T.) of the elements are indicated. Some of 
these transition points are also mentioned in the text. At the 
melting point the resistivity exhibits large discontinuity. 

The tables on specimen characterization and measure
ment iufuHllaliuu give fur eadl sel uf uaLa the following 
information: the publication reference numher, author's 
name, year of publication, experimental method used for 
the measurement, temperature range covered by the data, 
substance name and specimen designation, as well as the 
detailed description and characterization of the specimen 
and information on measurement conditions that· are re
ported in the original paper. In these tables the code 
designations used for the experimental methods for elec
trical resistivity determination are as follows: 

A dc Potentiometer Method 
B dc Bridge Method 
C ac Potentiometer Method 
D ac Bridge Method 
E Eddy Current Method 
G Galvonometer Amplifier Method 
I Induction Method 
Q Q-Meter Method 
V Voltmeter and Ammeter Direct Reading 
~ Other than ahove and described in the remarks 

For a comprehensive yet concise review of all these meth
ods, the reader is referred to the references given in Appen
dix 8.1. 

In the Thirteenth General Conference on Weights and 
Measures held in October 1967 in Paris, the unit "ohm
meter" (symbol: 0 m) was adopted as the SI unit for elec

trical resistivity. In this work, the SI units are used. Table 2 
gives conversion factors which may be used to convert the 
electrical resistivity values in n m presented in this work 
to values in any of the several other units listed. It should 
be noted that certain of these conversion factors are not 
exact relationships. 

J. Phys. Chem. Ref. Data, Vol. 8, No.2, 1979 
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In the summary and conclusions section, figures are pre
sented in which all the recommended curves on the intrinsic 
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facilitate a visual comparison. 
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Figure 1. Relationship between intrinsic resistivity p. (T). residual resistivity f 
Po. and total resistivity, P(T). (A) logarithm scale, (B) linear scale. 

TABLE 2. CONVERSION FACTORS FOR UNITS OF ELECTRICAL RESISTMTY* 

MULTIPLY 
by appropriate abO em #J.O em Oem statO cm Om 

o eire 
Oin. Oft. factor to mil ft-1 

OBTAIN 

abohm-centimeter 
(emu) 1 0.001 10-9 1. 113 x 10"".!1 10'"'11 6.015x10-3 3. 937 X 10-10 3.281x10-11 

microohm.-
centimeter 1000 10-6 1.113 X 10-18 10-il 6.015 3.937x10-'l 3. 281x10-il 

ohm-centimeter 109 106 1 1. 113 X 10-12 0.01 6.015x106 0.3937 0.0328 

statohm.-eentimeter 
(esu) 8.987 X 1020 8.987x1017 8.987x1011 1 8.9.87x109 5.406x1018 3.538x10ti 2.949x101C 

ohm-meter 1011 108 100 1. 113x10-to 1 6.015x108 39.37 3.281 

ohm-circular mil 
per foot 166.2 0.1662 1. 662 x10-'l 1. 850 X 10-19 1. 662 X 10::-9 1 6.54x10-s 5.45x10-9 

ohm-inch 2. 54x 109 2. 54x106 2.54 2.827 x 10-12 0.0254 1. 528x107 1 0.083 

ohm-foot 3.048x101O 3.048x107 30.48 3.3924 x 10-11 0.3048 1. 833x 108 12 1 

*This table is based on the universal constants from "'The International System of Units (SI~" National Bureau of Stan-
dards, NBS Speoinl Publioation 330, 1.3 pp, 1071.. 

2. Theoretical Background 
The electrical resistivity, P, of a metal is often described 

approximately by the Matthiessen rule [2]1 

p(T) == po + Pi(T), (1) 
l. Figures in brackets indicate literature references in section 7. 

J. Phys. Chem. Ref. Data, Vol. 8, No.2, 1979 

where po is the residual resistivity at absolute zero tempera
ture and Pi is the intrinsic resistivity, which is the tempera
ture-dependent resistivity of an ideally pure sample of the 
metal. The quantity po arises from the presence of impuri
ties, defects, and strains in the metal lattice, while Pi is 
caused by the interaction of the conduction electrons with 
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the thermally induced vibrations of the lattice ions; that is, 
the phonons in the crystal. For a pure annealed sample at 
room temperature, po is only a small fraction of the total 
resistivity. There are a number of mechanisms that could 
produce a deviation from the Matthiessen rule, resulting in 
a term D..p which would appear on the right-hand side of 
equation (1). The first comprehensive survey deviations 

was made by J. Bass [3]. A more recent study by Cimberle 
et a1. [4] brings references up to date. 

The intrinsic resistivity due to electron-phonon inter
actions may be approximated by the Bloch·Griineisen
relation [5] 

C (OTR)5 roOR/T Z5 dz 
Pi(T) = M OR J(J (ez -I) (1- e-Z ) 

(2) 

where C is a constant, M is the atomic weight, T is the 
absolute temperature, and OR is an empirical temperature 
characterizing the metal's ideal electrical resistivity in the 
same way that the Debye temperature, OJ), characterizes a 
solid's lattice specific heat. It is often true that OR, ~ OD. 
Below about 0.1 OR this relation reduces to 

C T5 
Pi(T) ~ 124.4 M 'ORG 

At high temperatures, as T ~ OR, 

Pi(T) ~ 4
C
M T 

OR2 

(3) 

(4) 

The Griineisen-Bloch equation is derivable only for idealized 
monovalent metals with Debye phonon spectra and spheri
cal Fermi surfaces, totally neglecting the effect of Umklapp 
processes. However, because of its comparative simplicity, 
this equation is still a most valuable tool for analyzing and 
discussing experimental data. 

The GrUneisen-Bloch equation never holds over the entire 
temperature range for the alkaline earth metals. By in
verting the computation, one may intercompare the behavior 
of different metals hy interpreting the expe:rimental result::! 

in terms of deviations from the Griineisen-Bloch equation. 
This is often done by employing OR as a variable parameter 
and computing the value that it must possess at any tem
perature in order that the Griineisen-Bloch equation may 
agree with the experiment at that temperature. 

In all alkaline earth metals the electrical resistivity in· 
creases abruptly at the melting point and shows weakly 
negative temperature dependence in the liquid phase. The 
sudden change is due to the greater disorder of the liquid 
state and the disappearance of any definite crystal structure. 

Mott [6] has presented a simple and fairly successful 
theory of molten metals. He ignored the disordered posi. 
tions and diffusive movements of the vibrating ions and 
assumed that near the melting point the ions of the liquid 
metal still maintain a more or less regular pattern. Using 
an Einstein model of ~ingle freq11f~nr.y o~dnators he obtained 

(~) (80LF) =exp -T- , 
ps Pm m 

(5) 

where PL and ps are the electrical resistivities of the liquid 
and solid phases, T m is the melting point, and LF is the 
latent heat of fusion in kilojoules per mole. The calculated 
values of (PL/ ps) Tm according to this formula compare 
moderately well with experimental data for alkaline earth 
metals. 

A sill~Ie cry::st(:l.l uf a metal with i:l cuLic crysti:ll structure 
has an isotropic resistivity, and the resistivity of the poly
crystalline material is the same, apart from a small extra 
contribution of a polycrystalline structure which may some· 
times be caused by grain boundaries. But in a single crystal 
of a noncubic metal, the resistivity is often very anisotropic, 
its value depending on the direction of the current flow. 
Likewise, polycrystalline specimens of such metals, if pre· 
ferentially oriented, as by rolling or drawing, will have 
direction-dependent resistive properties. 

In isotropic metals with the close-packed hexagonal and 
rhombohedral (trigonal) structures, the electrical resis
tivity parallel to the principal crystalline axis is designated 
a5 PII aud elecLrici:ll resistivity perpendicular to the prin
cipal axis is designated as Pl.' When values for PII and 
P 1. have been determined for a single crystal, one may 
calculate a value of P for a polycrystalline sample without 
preferential orientation by using the equation of Voigt [7]: 

P = 3pII pJ... (6) 
2pII + pJ.. 

Equation (6) has been used fairly commonly for the 
determination of P ofa polycrystalline specimen from single 
crystal axial resisti v ilie~, aud it usually gives satisfactory 
agreement with direct observation on polycrystalline speci
men. However, Nichols [8] has found the relation 

I 
P = "3 (PI I + 2p .. d (7) 

to be more suitable for metals with a large anisotropy ratio, 
i:lud to be perfect in the case of c.p.h. Mg. 

3. Data Evaluation and Generation of 
Recommended Values 

The data analysis and synthesis employed in this work, 
whenever possible, included critical evaluation of available 
data and related information, reconciliation of disagree. 
ments in conflicting data, correlation of data in terms of 
various parameters, and curve fitting with theoretical or 
empirical equations. Besides critical evaluation and analysis 
of the existing data, semiempirical techniques have been 
employed to fill gaps in data and to extrapolate existing 
data so that the resulting recommended values are internally 
consistent and cover as wide a range of temperature as 
possible. 

In the critical evaluation of the validity of electrical 
resistivity data, any unusual dependence or anomaly was 
carefully investigated, the experimental technique was re
viewed to see whether the actnal honnrtary r.onrtltions in the 

experiment agreed with those assumed in the theory, and 
the author's estimations of uncertainty were checked to en
sure that all the possible sources of errors were considered. 

J. Phys. Chem. Ref~ Data, Vol. 8, No.2, 1979 
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The sources of errors may have included uncertainty in the 
measurement of specimen dimensions and of the distance 
between the potential probes, uncertainty due to the effects of 
thermal expansion, uncertainty in temperature measure
ments, uncertainty in the sensitivity of measuring circuits, 
and so on. 

Many authors have included detailed error estimates in 
their published papers, and from these it is possible to 
evaluate the uncertainty for a particular method. However, 
experience has shown that the uncertainty estimates of 
most authors are unreliable. In many cases the difference 
between the results of two sets of data is much larger than 
the sum of their stated uncertainties. 

Besides evaluating and analyzing individual data sets, 
correlating data in terms of various relevant parameters 
was a valuable technique and frequently used iiI data anal
ysis. These parameters may include purity, density, residual 
electrical resistivity and so on. 

For a meaningful data correlation, information on speci
men characterization is very. important. A full description 
of the specimen should include, wherever applicable, the 
following: purity or chemical composition, type of crystal, 
crystal axis orientation for a single crystal, microstructure, 

grain size, preferred grain orientation, inhomogeneity or 
additional phases for a polycrystalline specimen, specimen 
shape and dimensions, method and procedure of fabrica
tion, sample history or treatment, test environment, and 
pertinent physical properties such as density, hardness, and 
transition temperature. Data on poorly characterized ma
terials can hardly be analyzed or used for data correlation. 

Besides· specimen characterization, a full description of 
experimental details should be given by the author in order 
that his data can be meaningfully evaluated and fully 
utilized. Sometimes, as an initial method of evaluating the 
quality of a paper, consideration might be given to the 
amount of experimental detail reported in the paper; lack 
of experimental detail might lead to the results being given 
less weight. 

Our prcliminary recommended values for the electrical 

resistivity of the alkaline earth elements were derived from 
experimental data that were considered reliable, using 
computer least-mean-square error fit to a modified Bloch· 
Griineisen . formula of the form 

Pi(T) = [81 + 82 X (T I()R) + 8a X «()RIT)P] Ii> «()RIT) 

(8) 

where 8 1, 82 and 8a are the coefficients, 

()R = «()R)o - CT, (9) 

iJ!«()RIT) = 4,(T/OR) 5 (()RIT z
5

dz , 
J 0 (eZ-l) (1 - e-z ) 

(10) 

«()R) 0, C, P, 81, 82 and8a are used as the variable param
eters. 

The first term represents the basic Bloch·Griineisen form; 
the second term was added in order to get a better fit to 
the high temperature data and the third term can resent a 
dominating low power law at very low temperatures. The 
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computer provides a best fit to a fixed number of specified 
data points (Tmpn) minimizing the sum Q of the squares 
of the fractional errors with which pn are represented by 
the fitting function P = f (T). If desired, variable weights 
can be assigned to the data points, minimizing 

Q = 'In Wn [(f(Tn) - Pn)IPn]2. (11) 

The suitability of the form of eq (8) has been tested by 
fitting it to previously smoothed data for a number of 
metals. The r.m.s. fractional errors in these fits were as 
follows: 

Li 
Na 
K 
Rb 
Cs 
Cu 
Ag 
Au 
Mg 
Ca 
Zn 
Al 
Ni 
Fe 
Pd 

(80-450 K), 
(50-350 K), 
(40-300 K), 
(30-273 K), 
(30-273 K), 
(60-1200 K), 
(40-1200 K), 
(40-1200 K), 
(60-900 K), 
(40-306) K), 
(60-600 K), 
(60-900 K), 
(60-600 K), 
(80-1000 K), 
(80-1300 K), 

.0024 

.012 

.0044 

.012 

.009 

.005 

.004 

.0044 

.007 

.0056 

.006 

.0033 

.015 

.0095 

.003 

In some cases errors in smoothing contributed to these 
fractional errors. 

The final recommended values are obtained by extra
polating the resulting values from curve fitting values to 
somewhat lower and higher temperatures and correcting 
them for thermal linear expansion. 

Thermal linear expansion correction is necessary since 
the electrical resistivity measurements are ordinarily made 
at constant pressure on a sample with dimensions that 
change with temperature. In deriving the resistivity P from 
a measured resistance R using an equation such as 

p=RAll (12) 

where 1 is length of the specimen and A its cross-section. 
It is common to use for A and 1 the values measured at 
room temperature. This will not cause serious error in the 
results of measurements over not-too-Iarge temperature 
range, but the difference between 

puncorrected(l') = R(1') A (2Y3 K)ll(293 K) (13) 

and 

Pl'orreeted(T) = R(T) A(T)ll(T) (14) 

should not be ignored. In the present work it has been 
important to determine which quantity was reported in. the 
research paper and to bring the results to a common basis 
by using' a relation such as 

pUncorrected (T) = pcorrected (T) • 

( 
A (T) 

A (293 K) 
• l(293 K»)-l 

l(T) 

(T) [ l(T) -l{293 K) J-1 

pcorrected 1 + l(293 K) (15) 

before making comparisons. It should be noted that not all 
the methods of measuring P are equivalent to measuring 
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R, A, and l, and that the correction for dimensional changes 
with temperature may differ with different experimental 
set up. It has been most convenient to convert the data 
reported as pcorrected (T) to that of puncorrected (T) and to 
carry out the synthesis of ·all data as puncorrected (T). The 
final results have, however, been corrected to and reported 
as pcorrected (T). 

In estimating the uncertainty of our recommended values, 
the accuracy that can he achieved by the various experi
mental techniques, the scatter of data, and the purity of the 
materials, among other factors, were taken into considera
tion. The uncertainty of a value is the maximum percentage 
deviation of the value from its true value. The ranges of 
uncertainties of recommended and provisional values are 
less than or equal to ±5% and greater than ±5%, 
respectively. 

4. Electrical Resistivity of Alkaline Earth Elements 

4.1. Beryllium 

Beryllium, with atomic number 4, is a steel.gray, very 
hard metal, similar to magnesium in appearance and in 
chemical propertica. It haa a cloac-packcd hcxagonal crystal

line structure with a density of 1.85 gcm-Sat 293 K. It 
has been reported that the crystal transforms to a body
centered cubic form at 1530 K, only 32 degrees helow the 
melting point of 1562 K. The normal boiling point is about 
2749 K. Its critical temperature has been estimated to be 
about 6170 K. Beryllium has only one stable isotope, 9Be, 
but four other radioactive isotopes are known. Beryllium 
ranks 46th in the order of abundance of elements in the 
continental crust of the earth (0.00028% by weight). 

Temperature Dependence 

There are 80 sets of experimental data available for the 
electrical resistivity of beryllium. The information on 
specimen characterization and measurement conditions for 
each of the data sets is given in table 4. The data are 
tabulated in table 5 and shown in figures 2 and 3. Determi
nations of the electrical resistivity for the solid phase cover 
continuously the temperature range from 1.35 to 1454 K. 

Since beryllium is an anisotropic metal, resistivity values 
will vary according to the relation of the direction of the 
resistivity measurements to the hexagonal axis of the 
crystal. Griineisen and Adenstedt [9] curves 16 and 17), 
Criinciacn and ErRing [10, 11] (curvca 1214, 48-50), 
Martin, Bunel and Tilbury [12] (curves 59 and 60) and 
Mitchell [13] (curves 51 and 52) are the investigators who 
have made measurements on single crystals. However, their 
results are inconsistent and a need clearly exists for further 
determination to he n:ade. 

Falge [14] has found that bulk beryllium becomes super
conducting when cooled below 0.026 K. Y oshihivo and 
Glover [15] have measured the resistivity of thin film 
crystalline beryllium on a quartz substrate (curve 53) and 
found a superconducting transition temperature at about 
9.3 K. Williams, Hinkle and Eatherly [16] investigated the 
neutron irradiation effects on the electrical resistivity of 

polycrystalline beryllium samples from 72 to 400 K (curves 
34-43). 

Most earlier determinations of the electrical resistivity 
of polycrystalline beryllium resulted in higher resistivities 
than the later ones. These results can he explained by the 
lower purity of the specimens and by the omission of a 
heat treatment, which appears to be essential. Powell [17] 
( curves 18-33) demonstrated the important effect that 
annealing at 973 K has on the resistivity; for his best 
poly crystalline specimen. r!lQa was lowered from 6.7 to 

3.2 X 10-8 n m by such treatment. The resistivity values 
obtained by Losana [18] (curves 9-11) form an anomalous 
group from which it would seem that the samples have 
much lower purity than was claimed. 

From the examination of the data available for the elec
trical resistivity, it is evident that there are deviations from 
the Matthiessen's Rule. The lowest values of p for poly
crystalline beryllium were reported by Berteaux [19] (curve 
44). From his graph, we obtained P300 == 3.0 X 10-8 0 m. 
However, this value is lower than those for all single crystal 
samples with perpendicular orientation, and the reported 
residual resistance ratio Rsoo/ R4.2 == 49 is inconsistent 
with that shown in his graph, which gives P30Q/ p4.2 = 200. 

Therefore, his data were not considered in the generation 
of recommended values. Reich, Quang, Kinch, and Boumain 
[20] (curve 3) and Powell [17] (curve 23) have the 
next lowest electrical resistivity values for polycrystal
line samples, and they are in fair agreement. Comparison 
of their data with the single crystal data indicates that these 
samples had highly preferred perpendicular orientation, as 
is known for the sample of Reich et al. (Although Powell 
has annealed his sample at 973 K, this temperature was too 
low for sample recrystallization). The above data and the 
low-temperature single-crystal data of Griineisen were used 
to generate provisional values for the single crystal meas
ured perpendicular to the c-axi~. A lea~t rnean-square-error 

fit to the selected values of p-po was made with a modified 
Bloch·Griineisen equation (8), from 20 to 873 K. The 
following values were found for the coefficients in equation 
(8) : 

81 82 8a 
25.945 ·lO-S0 m -1.996.10-8 0 m 0.3377 ·10-8 0 m 

(OR)O C P 
1327.9K 0.373 1.90 

The resulting values calculated from equation (g) were 

extrapolated to lower and higher temperatures, corrected 
for thermal linear expansion, and the final provisional 
values were obtained. 

Assuming that the anisotropy ratio of the resistivity can 
be used for the pure element and using the results of 
Griineisen and ErHing [10] and of Mitchell [13] and the 
provisional values of electrical resistivity for single crystals 
measured perpendicular to the c-axis, the resistivity values 
for single crystals measured parallel to the c-axis were 
obtained. These values and the data of Griineisen et al. 
were then fitted by the modified Bloch-Griineisen equation 
(8) and the following results were obtained: 
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Sl S2 S3 
32.258·10-80m 11.776·lO-80m 0.1815·10-80m 

(8R)O C P 
1196.1 K .02085 1.90 

By using equation (7) and the above single-crystal re
sults, resistivity values for the polycrystalline specimen were 
calculated from 10 to 1200 K. Above 1200 K, our pro
visional values follow the trend of the experimental data of 
Tye [21] (curves 63-68) and of Ho and Wright [22] 
(curves 73-80). These values were then fitted by the modi
fied Bloch-Griineisen equation (8) with the following con
stants: 

Sl S2 S3 
28.117 ·10-8nm 2.0718 ·lO-80 m 0.2676 ·lO-80 m 

(8R)O C P 
1267.28 K 0.2253 1.90 

No data are available for the electrical resistivity of beryl
lium above the phase transition temperature (1530 K) or 
in the liquid state. 

The provisional values for the total and intrinsic elec
trical resistivities are listed in table 3, and those for the 
total resistivity are also shown in figures 2 and 3. The pro
visional values are corrected for the thermal linear expan
sion. The correction amounts to -0.15% at I K, ~0.1 % 
at 200 K, 0.3% at 500 K, 1.3% at 1000 K and 2.4% at 
1500 K. The provisional values for the total electrical re
sistivity are for 99.9+% beryllium and those below 100 K 
are applicable to specimens with residual resistivities of 
0.00718 X 10-80 m (J. to c-axis), 0.00426 X 10-80 In (/ / 

to c-axis), and 0.0332 X 10-8 a m (polycrystalline). The 
uncertainty of the provisional values for the total electrical 
resistivity is believed to be within 8% below 1000 K and 
within ±10% from 1000 K to 1500 K. Above 40 K, the 
uncertainty of the provisional values for the intrinsic re
sistivity is a little higher than that of the total electrical 
resislivily because of possible deviations from Manhiessen's 
Rule; below 40 K the uncertainty can be very large and 

values are not listed in the table. 

TABLE 3. PROVISIONAL ELECTRICAL RESISTIVITY OF BERYLLIUM 
(Temperature Dependence) 

[Temperature, T, K; Total Resistivity, P' 10-8 0m; Intrinsic Resistivity, Pi' 10-80m] 

Solid 

T ...L to c-axis II to c-axis Polycrystalline 

P Pit P Pit P Pi t 

1 0.0072 0.0043 0.0332 
4 0.0072 0.0043 0.0332 
7 0.0072 0.0043 0.0332 

10 0.0072 0.0043 0.0332 
15 0.0073 0.0044 0.0334 

20 0 . .0076 0.0046 0.0336 
25 0.0080 0.0049 0.0339 
30 0.0086 0.0054 0.0345 
35 0.0096 0.0062 0.0354 
40 0.0109 0.0037 0.0074 0.0031 0.0367 0.0035 

45 0.0127 0.0055 0.0090 0.0047 0.0384 0.0052 
50 0.0150 0.0078 0.0112 0.0069 0.0407 0.0075 
60 0.0218 0.0146 0.0180 0.0137 0.0675 0.0143 
70 0.0325 0.0253 0.0293 0.0250 0.0584 0.0252 
80 0.0483 0.0411 0.0471 0.0428 0.0748 0.0416 

90 0.0711 0.0639 0.0736 0.0693 0.0989 0.0657 
100 0.103 0.0954 0.111 0.107 0.133 0.0993 
110 0.144 0.137 0.163 0.159 0.178 0.145 
120 0.199 0.192 0.232 0.228 0.237 0.204 
130 0.266 0.259 0.318 0.314 0.311 0.278 

140 0.349 0.342 0.424 0.420 0.401 0.368 
HiO 0.447 0.440 O.MO 0.546 0.510 O.4n 
175 0.758 0.751 0.956 0.952 0.851 0.818 
200 1.16 1.15 1.48 1.48 1.29 1.26 
225 1.64 1. 63 2.11 2.11 1. 82 1. 79 

250 2.18 2.17 2.82 2.82 2.42 2.39 
27:'1.152.72 2.71 ~ fiA 3.54 :L02 2.99 
293 3.21 3.20 4.19 4.19 3.56 3.53 
300 3.38 3.38 4.43 4.43 3.76 3.73 
350 4.70 4.69 6.20 6.20 5.22 5.19 

400 6.08 6.07 8.07 8.07 6.76 6.73 
450 7.48 7.47 9.99 9.99 8.33 8.30 
500 8.91 8.90 12.0 12.0 9.94 9.91 
550 10.3 10.3 14.0 14.0 11.5 11.5 
600 11.8 11.8 16.0 16.0 13.2 13.2 
650 13.3 13.3 18.1 18.1 14.8 14.8 
700 14.8 14.8 20.2 20.2 16.5 16.5 
750 16.3 16.3 22.3 22.3 18.3 18.3 
800 17.9 17.9 24.5 24.5 20.0 20.0 
850 19.5 19.5 26.7 26.7 21. 8 21. 8 

900 21.1 21.1 28.9 28.9 23.7 23.7 
950 22.7 22.7 31. 2 31.2 25.6 25.6 

1000 24.4 24.4 33.5 33.5 27.5 27.5 
1100 27.8 27.8 38.3 38'.3 31. 5 31.5 
1200 31.5 31.5 43.3 43.3 35.7 35.7 

1300 40.1 40.1 
1400 44.8 44.8 
1500 49.9 49.9 

t At temperatures below 40 K, the uncertainty of Pi is so large that values are not listed. 

The provisional values for the total electrical resistivity are for 99.9+% beryllium and those 
below 100 K are applicable to specimens with residual resistivities of 0.00718 x 10-8n m 
(-1. to c-axis), 0.00426 x 10-8n m (lito c-axis), and 0.0332 x 10-8n m (Polycrystalline). 
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TABLE 4. MEASUREMENT I:-WORMATION ON TEE ELECTRICAL RESISTIVrTY OF BERYLLIUM Be (Temperature Dependence) 

Cur. Ref. 
No. No. 

Author(s) 

1 

2 

3 

4 

5 

6 

7 

8 

9 

10 

11 

12 

13 

14 

15 

16 

17 

23 White, G. K. and Woods, S. B. 

24 Spangler, G. E., Herman, M., 
Arndt, E.J., Hoover, D. B., 
Damiano, V. V., Tint, G. S. , 
and Lee, C. H. 

20 Reich, R., Kinh, V.Q., 
and Bonmarin, J. 

20 Reich, R., et al. 

25 LeWis, E.J. 

25 LeWis, E.J. 

26 McLennan, J. C. and Niven, C. D. 

27 Messiner, W. and Voigt, B. 

18 

18 

18 

10 

10 

10 

28 

9 

9 

Losana, L. 

Losana, L. 

Losana, L. 

Griineisen, E. and Edling, H. D. 

GrUneisen, E. and Erfling, H, D. 

GrUneisen, E. and Erfling, H.D. 

Campbell, J. E., Goodwin, H. B. , 
Wagner, H.J., Douglas, R. W., 
and Allen, B. C. 

Griineisen, E. and Adenstedt, H. 

GrUneisen, E. and Adenstedt, H. 

Year 

1955 

1962 

1963 

1963 

1929 

1929 

1927 

1930 

1939 

19:39 

1939 

1940 

1940 

1940 

1961 

1938 

1938 

Method 
Used 

A 

E,A 

B 

A 

A 

A 

A 

A 

Temp. 
Range,K 

Name and 
Specimen 

Designation 

2-2£5 Be 2 

77,2£3 Be 

4.2-400 H1~09 

4.2-400 H978 

84-973 Be 1 

84-973 Be 2 

4.2-2£3 Be 

1. 35-273. 16 Be 3 

273-l!J73 Be5 

273-1073 Be6 

273-H73 Be9 

20.36-273 Be-l... 3 

20.37-273 Be 4 

20.34-273 Be 8 

293.15 Be 

20.33-273 Be2 

20.32-273 Bel 

Composition (weight percent), Specifications, and Remarks 

High purity; < 0.1 Mg, trace of Fe; specimen was obtained from A. D. Mackay; 
sintered rod specimen, 4 mm in diameter; the connections to rods were 
made with indium solder. . 

Commercial purity; cylindrical rod specimen 0.635 em (1/4 in.) in diameter 
and 10 to 15 em (4 to 6 in.) long. 

Pure; 0.2 BeO, 0.0085 Fe, <0 .• 003 AI, <0.001 each Ni, Cr, 0.0015 Si, and 
<0.0005 Mn; cast by induction; grain size 30-200 IJ,; specimen was annealed 
at 800 C for 150 hr. 

Pure; 0.1 BeO, 0.126 Fe, 0.0045 AI, 0.009 Ni, 0.002 Si, <0.001 Cr, and 
0.0007 Mn; specimen Was cast by induction; grain size 30-200 ~; specimen 
was annealed at 800 C for 150 hr. 

Commercially pure; 99.5 Be, trace of AI, Cr, Fe, Mn, Si, and < 0.5 Mg; 
specimen was obtained from the Beryllium Co. of America; specimen cross 
section was 0.792 cm2 and 22.5 cm long. 

Similar to the above specimen; sample cross section was 0.803 cm2 and length 
was 18 cm. 

Pure; specimen was obtained from Beryllium Corp. of America. 

0.5 Fe; specimen was prepared by melting; rod specimen dimension 1. 5 x 1. 5 x 
S mm; electrical resistivity data were calculated from the resistance ratiO, 
resistance at 273.16 K, specimen cross sect~on, and potential probes dis
tance; no thermal expansion correction. 

99.58 pure, 0.21 AI, 0.182 Fe, 0.0121 Cu,. trace of Ca, C, Ni; specimen was 
refined in beryllia crucibles under Ar atm. 

99.781 pure, 0.17 AI, 0.042 Fe, and 0.011 CUi specimen was refined in beryllia 
crucibles under Ar atm. 

99.962 pure, trace of Zn, Fe; specimen was refined in beryllia crucibles under 
Ar atm; density 1. 816 g em -3 at 291 K. 

Pure; single crystal specimen with length perpendicular to hexagonal axis; 
.o::::.(J ,X) = 12° f where ":::"(J, X) is the angle between the current and secondary axis. 

Pure; single crystal specimen with length perpendicular to hexagonal axis; 
L... (J,X) -= 2°. 

Pure; single crystal specimen with length .perpendicular to hexagonal axis; 
":::'(J ,X) = 30°. 

Pure; melting point = 1550.8 K, density = 1. 856 g em-3• 

Pure; single crystal specimen with length parallel to hexagonal axis; specimen 
1 mm in diameter and L 55 em in length; density 1. 84 g cm-3• Reported error 1. 5%. 

Similar to the above specimen; length 1 em. Reported error 1. 5%. 
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~ TABLE 4. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF BE:1YLLruM Be (Temperature DependencE) (continued) n :r • it 
'" Cur. Ref. Method Temp. Name and 
~ No. No. Author(s) Year Used Range,K Specimen C:>mposition (weight percent), Spec ifieatioll3, and Remarks 

&' Designation 
if . 

18 17 Pewell, R. W. 1953 293-973 Be NO'. B.7 96.5 Be, 1.81 Mg, 1.52 F, 0.55 Fe, 0.06 AI, 0.035 Ca, 0.008 Cu, 0.005 Mn, < 
!!- (D) (i) and 0.032 C; bar 0.5 em square sectien, 13.1 cm leng machined frem a 

!J4 chilled cast bar prepared frem the Brush Beryllium's crude reacter preducts; 

z density ,1. 826. 
~ 19 17 Pewell, R. W. 1953 293-973 Be NO'. B.7 The abe'Te specimen; heat treated at 973 K. 
.!" (D) (i) 
; ... 20 17 Pewell, R. W. 1953 293-973 Be NO'. B.26 Bar 2. 25 cm diameter and 7.7 cm leng was machined frem a chilled cast bar -0 

(1) (ii) prepared frem the Brush Beryllium Cempany's crude reactor preducts; 
densi~y 1. 842. 

21 17 Pewell, R. W. 1953 293-973 Be NO'. B.26 The abo'Te specimen; heat treated at 973 K. 
(1) (ii) 

22 17 Pewell, R. W. 1953 293-873 Be NO'. B.26 Bar 0.865 cm diameter and 1. 884 cm leng; this had ceme frem the same casting 
(2) A (iii) as No. B. 26 (1) but after an attempt had been made to' extrude the metal at 

1000 C; subsequently the metal had been heated in vacuum fer 1 hr and 
furnace ceeled. 

23 17 Pewell, R. W. 1953 293-873 Be NO'. B.26 The abeve specimen; heat treated at 973 K. 
(2) A (iii) :-t 

24 17 Pewell, R. W. 1953 293-973 Be NO'. B.28 98.5 Be, 0.13 AI, 0.18 Fe, 0.03 Cu, 0.05 CI, Be inseluble in HCI 0.18; bar ~ 
(2) (iv) 2.23 em diameter and 11.1 cm leng was machined from a chilled cast bar n 

prepared frem German flake beryllium; density 1. 823 g cm-3• 

== 
25 17 Pewell, R. W. 1953 293-973 Be NO'. B.28 The above specimen; heat treated at 973 K. 

(2) (iv) 

26 17 Pewell, R. W. 1953 293-973 Be NO'. B17B Bar 2.287 cm diameter and 15.72 em long was maJhined frem a chilled cast 
(v) bar pl.'epared frem the Brush Beryllium Cempany's crude reacter preduct. 

27 17 Pewell, R. W. 1953 293-973 Be NO'. B17B The above specimen; heat treated at ~73 K. 
(v) 

28 17 Pewell, R. W. 1953 293-973 Be NO'. 21,b) Bar 1. 0 em square sectien, 6.6 em leng; this was a bleck ef beryllium by the 
(vi) "sintering" precess by the American G. E. C.; density 1.83 g cm-3• 

29 17 Pewell, R. W. 1953 293-973 Be NO'. 2ib) The abeve specimen; heat treated at 973 K. 
(vi) 

30 17 Pewell, R. W. 1953 293-973 Be (vii) Slice appreximately 0.33 em thick. 0.62 em Wide, and 5 em leng; density 
1. 85 ?; cm-s. 

31 17 Pewell, R. W. 1953 293-973 Be (vii) The abeve specimen; heat treated at 973 K. 

32 17 Pewell, R. W. 1953 293-973 Be (xi) Bar 1 in. in diameter and 6 in. leng; density 1. 865 g em -3; Mg and C ma.in 
impurities, 0.34 Mg. 

33 17 Pewell, R. W. 1953 293-973 Be (xi) The above specimen; heat treated at 973 K. 

34 16 Williams. J. M., Hinkle, N. E. , 1972 A 72.5-402.5 K38-1 Pure; SIlecimen axis was parallel to' the pressing cenditien. Reperted error 2%. 
and Eatherly, W. P. 

35 16 Williams, J. M., et al. 1972 A 73.75-100.41 K38-1 The abeve specimen; sample was irradiated by 7.41 x 1017 neutrens/cm2 with 
E > 1. 0 MeV. Reperted errer 2%. 



TABLE 4. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF BERYLLIUM Be (.TemperatllrGl Dependence) (continued) 

Cur. Ref. Method Temp. Name and 
Author(s) Year Specimen Composition (weight percent). Specifications, and Remarks 

No. No. Used Range,K Designation 

36 16 Williams, J. M., Hinkle, N.E., 1972 A 82.78-99.57 K38-1 The above specimen; sample was irradiated by 1. 02 x 10ta neutrons/cm2 with 
and Eatherly, W. P. E > 1. 0 MeV. Reported error 2%. 

37 16 Williams, J. M., et al. 1972 A 82.52-117.74 K38-1 The above specimen; sample was irradiated by 2.15 x lota neutrons/cm2 with 
E > 1. 0 MeV. Reported error 2%. 

38 16 Williams, J. M., et al. 1972 A 88.25-294.75 K38-1 The above specimen; after irradiation the sample was annealed at 324. 3 K. 

39 16 Williams, J. M., et al. 1972 A 76.55-370.16 K37-1 Pure; specimen axis was perpendicular to the pressing condition. Reported error 2%. m ,... 
40 16 Willians, J. M., et al. 1972 A 72.91-90 K37-1 The above specimen; sample was irradiated by 2.53 X 10H neutrons/cm2 with ~ E > 1 MeV. Reported error 2%. 

Williams, J. M., et al. 1972 A 73.35-90 K37-1 The above specimen; sample was irradiated by 6.19 x lOt! neutrons/cm2 with 
i! 

41 16 n 
E > 1 MeV. Reported error 2% » ,... 

42 16 Williams, J. M., et al. 1972 A 73.74-92.66 K37-1 The above specimen; sample was irradiated by 10.53 X lot8 neutrons/cm2 with ::0 
E > 1 MeV. Reported error 2%. m 

43 16 Williams, J. M., et al. 1972 A 71.28-329.76 K37-1 The above spec:menj after irradiation the sample was annealed at 338.6 K. in ... 
44 19 Berteaux, F. 1970 4.1-307.6 High purity; Debye temperature 9 = 1160 Ki data were extracted from the smooth graph. <: 
45 29 Bridgman, P. W. 1927 A 303 Pure; the speci:nen was a casted rod 4.6 mm in diameter and 9 cm long; the ~ 

specimen was obtained from Dr. H.S. Cooper of the Kemet Laboratories; 0 denSity at 293 K was found to be 1.820. "II 

46':< 30 Babkina, M. A., Zhermunskaya, 1972 ~293 99.6 pure; 0.09 rom diameter wire specimen was obtained by casting, hot ex- » ,... 
L. B., Timofeeva, Z. A., and traction, and hot drawing. ~ 
Tsukanova, N. V. » ,... 

47>:< 30 Babklna, M. A., et ale 1972 ",,293 Similar to the above specimen; except it was tempered at 773 K. Z 
Erfling, H. D. and Griineisen, E. 

m 
48'): 11 1942 A 79-273.15 Be//2 Pure; single crystal specimen with its axis parallel to hexagonal axis. m 
49>:< 11 Erfling, H.D. and G~eisen, E. 1942 A 273.15 Be-L8 Pure; single cI,"!stal specimen with its axis perpendicular to hexagonal axis. » 

~ 
50 11 Erfling, H.D. and Griineisen, E. 1942 A 78-273.15 Be//6 Pure; single crystal specimen with its axis parallel to hexagonal axis. :c 
51 13 Mitchell, M. A. 1975 A 10-900 Pure; single crystal specimen with its axis parallel to the hexagonal axis; sample m ,... 

dimension 2 x 2 x 19 mm; the specimen was grown by triple pars zone refin- m 

~ 
ing of pure Be in vacuum at the Franklin Institute Research Labs., data are ~ 
extracted from the smoothed table; reported error 1. 8~. m 

" Z :r 
52 Mitchell, M.A. 1975 A 10-900 Similar to the above specimen except its axis is perpendicular to the hexagonal -I '< 13 '" ~ axis and sample dimension 4 x 4 x 41 rom. ; reported error 1.8%. n :r 

CD 53 15 Yoshihiro, K. and 1974 A 9.0-13 99.95 pure; beryllium film were prepared by vacuum evaporation of distillation 
~ Glover, R.E. m. purified Be on crystalline quartz substrate; film thickness 150 A; Ge resistance 
liIIt 
CD thermometer was used to measure the temperature; resistance per square 
=" data were reported; data were extracted from graph. 
&' 
~ 54 31 Yamaguchi, M., Takahashi l Y., 1974 80-300 0.01 Ni, 0.008 Fe, 0.003 Mn, 0.002 AI, 0.002 Mg, 0.002 Si, 0.0001 Ca, 0.0001 

< Takasaki, Y., and Ohta, T. Na, and < 0.0001 Cu; polycrystalJine specimen was ob1ained from Johnson 
~ Matthey Co. ; P290 ::::: 7 X 1(j8 Om; data were extracted from the graph. 
SA 
Z 
~ 

.!'-' 
:0 »: Not shown in the figure. oI:lIo 

~ UI 
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TABLE 4. MEASUREMENT INFORMATION OF THE ELECTRICAL RESISTIVITY OF BERYLLIUM Be (,:,emperature Dependence) (continued) n :r 
CII 

Ei 
Name and 

" Cur. Ref. Method Temp. 
~ No. 

Author(s) Year Used Range,K Specimen Composition (weight percent), Specifications, and Remarks 
t:J No. Designation 
a 
1 
< 55 32 Denton, H. W. 1947 A 20.2-273.2 Pure; cylindrical specimen 3.5 cm long and 0.3 cm in diameter was prepared by 
~ "sintering" process by the Anerican G. E. C. ; result of the x-ray examination 
~ show that the grains of order 10-3 cm in size, almost completely stain free, 
Z and with a small proportion of conSiderably smaller grains. 
~ 

1947 A 20.2-273.2 Similar to the above specimen except it was' annealed_ at 988 K for 12 hr and for .!" 56 32 Denton, H. W. 

:0 shorter periods over the temperature ranges: 943 K and a3S:-813 K during 
~ cooling; result of x-ray examination showed the removal of any residual strain 
-0 and removal of very small grains. 

57 32 Denton, H. W. 1947 A 20.2-273.2 Similar to the above specimen except it was further "quenched" in water from 
above 1023 K. 

58 32 Denton, H. W. 1947 A 20.2-273.2 Similar to the above specimen except it was again receiving the 988 K heat 
treatment. 

59 12 Martin, A.J., Bunce, J. E., and 1962 A 293 8C Pure; 0.02<:: Mg, 0.003 AI, 0.037 Si, and 0.1 Fe; single crystal specimen approx-
Tilburg, P.D. i1nately O. 5 in. in diameter and 6 in. long; crystal was extrllded ingot stock 

by zone ::-efining three times; the specimen was annealed in argon at 1133 K 
for 16 hr. 

60 12 Martin, A. J., et al. 1962 A 293 15B Similar to the above specimen except it was zone refining twice. ~ 
n 

61 33 Kuczynski, G. C. 1960 4-300 QMV Pure; the specimen was obtained from Brush Beryllium Corp., Cleveland, Ohio; n melting point 1558 K; density 1. 85 g/cm3; the specimen was annealed at 973 K 

= for 1/2 hr; data were extracted from the figure. 

62 33 Kuczynski, G. C. 1960 270-1000 QMV Similar to the above specimen; the measurements were done by Battelle Institute 
staff; data were extracted from the figure. 

63 21 Tye, R.P. 1968 295-1283 Be 2 (4921) 98.4 Be, 1.08 BeO, 0.15 G, 0.13 Fe, 0.09 AI, u.01 Mg, 0.03 Si, 0.01 Mn, other 
metallic impurity C. 04; density 1. 86 g cm3; hot pressed specimen is obtained 
from Brush Beryllium Company; cylindrical sample 13 mm in diameter and 
100 mm in length; reported error 1%. 

64 21 Tye, R.P. 1968 295-1249 Be 4 (5085) 98.2 Be, 1.7 BeO, 0.12 C, 0.13 Fe, 0.12 AI, 0.03 Mg, 0.04 Si, 0.01 Mn, other 
metallic impurity C. 04; density 1. 853 g/cm3; other speCifications are similar 
to the above specimen; repor~ed error 1%. 

65 21 Tye, R.P. 1968 299-1258 Be 6 (4814) 98.46 Be, 1.6 BeO, 0.12 C, 0.12 Fe, 0.09 AI, 0.01 Mg, 0.03 Si, 0.01 Mn, other 
metallic impurity C. 04; density 1. 86 g/cm3; other specifications are similar 
to the above specimen; repor:ed error 1%. 

66 21 Tye, R.P. 1968 295-1276 Be 8 (4814) Similar to the above specimen; reported error 1%. 

67 21 Tye, R.P. 1968 297-1268 Be 9 (4811) 98.41 Be, 1.64 BeO, 0.12 C, 0.12 Fe, 0.09 AI, 0.01 Mg, 0.03 Si, 0.01 Mn, 
other metallic impurity 0.04; density 1. 86 g/cm3; other speCifications are 
similar to the above specimen; reported error 1%. 

68 21 Tye, R.P. 1968 298-1266 Be 11 (4811) Similar to the above specimen, reported error 1% 

69 34 Tye, R.P. and Quinn, J. F. 1968 293-859 Be 1 Pure; 2 BeO, 0.15 C, 0.18 Fe, J. 08 Si, 0.08 Mg, 0.16 AI, and 0.04 other 
metallic impurities; specimen are obtained from Brush Beryllium Company; 
cylindrical specimen 13 mm in diameter and 100 mm in length. 
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Cur. Ref. 
No. No. 

70 34 

71 34 

72 34 

73 22 

74 22 

75 22 

76 22 

77 22 

78 22 

79 22 

80 22 

TABLE 4. MEASQREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF BERYLLtuM Be (Temperature Dependence) (continued) 

Author(s) 
Method Temp. 

Year Used Range,K 

Tye, R.f. and Quinn, J. F. 1968 293-860 

Tye, R. P. and Quinn, J. F. 1968 293-807 

Tye, R. P. and Quinn, J. F. 1968 293-825 

Ho, J. and Wright, E. S. 1960 B 4-300 

Ho, J. and Wright, E. S. 1960 B 4-300 

Ho, J. and Wright, E. S. 1960 B 4-300 

Ho, J. and Wright, E. S. 1960 B 295-1416 

Ho, J. and Wright, E. S. 1960 B 292-1447 

Ho, J. and Wright, E. S. 1960 B 295-1454 

Ho, J. and Wright, E. S. 1960 B 303-1409 

Ho, J. and Wright, E. S. 1960 B 380-1454 

Name and 
Specimen 

Designation 

Be 2 

Be 3 

Be 5 

T1 Y2-2 

T3 Y2-3 

T3 Y2-4 

Y6825 

Y9384 

Y6826 

YB 1000 

LYB 1102 

Co;nposition (weight percent), Specifications, and Remarks 

Similar to the above specimen. 

Similar to the above specimen. 

Similar to the above specimen. 

Pure; 0.087 nonmetallic impurity, 0.094 metallic impLlrity; the specimens were 
2 in. long and 0.1 in. by 0.5 h. rectangular bars cr 0.25 in. diameter cylinders; 
Leeds and Northup Precision Kelvin Bridge was used for measurements; mea
suremen1s were made in vacuum. 

Pure; 0.144 nonmetallic impurity, O. 222 metallic impLlrity; other specifications 
similar t:> the above specimen. 

Similar to the above specimen. 

0.947 0, O. J013 H, 0.0071 N, 0.003 Mg, 0.015 AI, 0.01 Si, 0.001 Ca, 0.002 Ti, 
0.008 Cr, 0.005 Mn, 0.15 Fe, 0.01 Ni, and 0.004 eu; measurements below 
973 K were made in vacuum, purified argon are admitted at higher temperatures 
to retard the evaporation of specimen; data were extracted from the figure; 
other specifications are similar to the above specinens. 

0.540, O. Ol06 N, 0.006 Mg, 0.05 AI, 0.008 Si, 0.002 Ca, 0.004 Ti, 0.01 Cr, 
0.008 Mn, 0.15 Fe, 0.015 Ni, and 0.01 Cu; other specifications are Similar 
to the above specimen. 

0.8270, O. D012 H, 0.0026 N, 0.01 Mg, 0.03 AI, 0.02 Si, 0.002 Ca, 0.002 Ti, 
0.01 Cr, 0.006 Mn, 0.15 Fe, 0.015 Ni, and 0.01 Cu; other specifications are 
similar to the above specimen. 

0.7860, O. D056 N, 0.015 Mg, 0.03 AI, 0.008 Si, 0.002 Ca, 0.002 Ti, 0.01 Cr, 
0.01 Mn, 0.15 Fe, 0.02 Ni, and 0.015 Cu; other specifications are similar 
to the above specimen. 

O. 635 0, O. D101 H, 0.005 N, O. G2" Mg, 0.04 AI, 0.04 Si, 0.002 Ca, 0.004 Ti, 
0.02 Cr, 0.008 Mn, 0.2 Fe, G.02 Ni, and 0.01 Cu; other specifications are 
similar to the above specimen. 
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"'CJ TABLE 5. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF BERYLLIUM Be (Temperature Dependence) '" :r ~ 
"< 
!" [Temperature, T, K; Resistivity, p, 10.-8 Om] 
n 
:r 
ID 

T T T T T ~ T P P P P P P 
:III 
ID CURVE 1 CURVE ~ ~cont.l CURVE 6 {cant.} CURVE 11 (cant.) CURVE 18 ~ cant. ~ CURVE 22 ~cont.) ;'ft 

0 

" 1.22 331 4.83 777 29.0.0. 673 13.9 373 10..4 323 7.7 a 1.5 - 2.2 1.22 372 6.0.7 877 34.55 773 14.4 473 14.8 373 9.2 
< 
~ 2.9 1.22 40.7 7.12 963 40..0.0. 873 15.0. 573 19.2 473 12.3' 

~ 4.2 1.20. 447 8.17 973 16.1 673 24.0. 573 15.5 

Z 6.2 1.20. CURVE 7 10.73 17.4 773 29.2' 673 19.2 
? 6.9 1.20. CURVE 4 873 33.5 
~ 7.7 1.20. 4.2 13.6 CURVE 12 973 38.5 CURVE 23 

:0 8.3 1.20. 7 0..435 20..6 13.6 
...... 9.3 1.20. 22 0..435 81 13.7 20..36 0..0.078 CURVE 19 293 3.2 >0 

13.1 1.20. 67 0..476 293 17.6 78 0..0452 323 4.1 
16.7 1.20 85 0.476 91.17 0.0755 293 5.1 373 5.'3 
19.9 1.20 94 0.50 CURVE 8 273.15 3.12 323 6.2 473 8.1 
22.3 1.20 132 0.774 373 8.2 573 11.1 
26.8 1. 20 159 1.06 1.41 2.972 CURVE 13 473 12.4 673 13.5 
31.1 1.22 170 1.23 4.20 2.972 573 16.7 773 16.7 
34.0. 1. 22 20.9 1.92 20..45 3.217 20.37 0..0.124 673 21. 3 873 20..4 
58.8 1. 22 229 2.35 78.42 3.30.6 77.83 0..0537 773 26.3 
68.4 1.25 269 3.25 86.14 3.352 90..35 0..0.868 873 31. 8 CURVE 24 
77.7 1.25 288 3.98 273.16 7.946 273.15 3.13* 973 37.6 
90..0. 1. 33 309 4.70. 293 8.0 ~ 

331 5.23 CURVE 9 CURVE 14 CURVE 20. 323 8.9 f' 
CURVE 2 372 6.44 373 10..5 n 

40.7 7.51 273 19.4 20..35 0..0076 293 7.1 473 13.8 X 
77 1. 0.6:1:0.. 0.7 447 8.57 373 19.6 78.05 0..0.473 323 8.0. 573 17.3 -

293 4. 90±0.. 07 473 19.9 89.86 0.0.770 373 9.6 673 21.1 
CURVE 5 573 20..3 273.15 3. 12~~ 473 12.9 773 25.1 

CURVE 3 673 20..7 573 16.3 873 29.4 
84 1. 50. 773 21. 2 CURYE 15 673 19.9 973 33.9 

6 0..0.36 196 3.22 873 21. 6 773 23.8 
24 0..0.365 294 6.45 973 22.1 293.15 4.0 873 27.8 CURVE 25 
62 0~0495 381. 5 9.75 10.73 22.8 973 31. 8 
67 0..0.510. 496 14.64 CURYE 16 293 5.6 
71 0..0.585 588 18.60. CURVE 10 CURVE 21 323 6.7 
76 0..0.649 674 22.45 20.33 0.00458 373 8.4 
81 0.0.719 785 27.55 273 17.1 79.02 0.0454* 293 4.1 473 11.9 
86 0.0820 880 32.45 473 17.6 273.15 3.58 323 5.1 573 i5.5* 
92 0.0949 973 39.0.0. 673 18.2 373 6.7 673 19.4 
95 0..111 873 19.0 CURYE 17 473 10.2 773 23.6 

123 0.276 CURVE 6 973 19.8 573 13.9 873 27.9 
148 0..561 1073 20..6 20.32 0.0.0.6113 673 17.8 973 32.8 
170. 0..830 82 1. 56 78.52 0..0.47* 773 21.9 
182 1.01 196 3.33 CURVE 11 273.15 3.58* 873 26.3 CURVE 26 
209 1.52 295 6.76 973 30.9 
229 1.95 370 9.83 273 12.2 CURYE 18 293 5.8 
246 2.38 485 14.85 373 12.6 CURVE 22 323 6. 7~~ 
270 2.86 578 19.0.5 473 13.0. 293 7.2 373 8. 2~~ 
309 4.31 676 23.90. 573 13.4 323 8.4 293 6.7 473 11. 3 

~~ Not shown in figure. 



TABLE 5. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF BERYLLIUM Be (Temperature Dependence) ( continued) 

T p T P T P T P T P T P 

CURVE 26 (cont.) CURVE 30 {cont.} CURVE 34 {cont. ) CURVE 3:) (cont.) CURVE 44 CURVE 51 {cont.} 

573 14.6 673 19.2* 122.6 0.9631 79.83 0.7113 4.1 0.0148 250 3.35 
673 18.1 773 23.0 159.1 1. 363 85.58 0.7303 10.7 0.0158 300 5.10 
773 21.8 873 27.3 201.0 2.107 91.01 0.7478 26.0 0.0158 350 6.90 
873 25.6 973 32.0 225.1 2.639 103.37 0.8021 34.6 0.0162 400 8.70 
973 29.2 265.5 3.662 111.13 0.8466 44.3 0.·0186 500 12.70 

CURVE 31 300.1 4.637 117.91 0.8901 54.3 0.0224 600 17.10 
CURVE 27 325.1 5.375 141.81 1.105 62.4 0.0269 700 21. 90 

293 5.r:< 348.2 6.093 170.68 1. 455 73.8 0.0371 800 27.10 
293 4.2 323 6.1 366.0 6.638 197.64 1. 967 85.5 0.0537 900 33.20 m 

r-

323 5.0 373 7.7 402.5 7.799 234.31 2.751 100.0 0.0851 m 
n 

373 6.6 473 11.0 257.97 3.339 142.9 0.295 CURVE 52 -4 

473 9.9 573 14.5':' CURVE .35 282.62 3.985 208.9 0.955 ;:a 

573 13.3 673 18.3 312.70 4.783 30'(.6 3.02 10 0.19 n 
~ 

673 16.9 773 22.2':' 73.75 1.195 339.84 5.609 50 0.19 r-

773 20.7 873 26.5 80.64 1.214 364.16 6.341 CURVE 45 100 0.31 ;:a 
873 24.4 973 31. 6 86.18 1.231 370.16 6.518':< 150 0.73 m 

en 
973 29.2':' 91.18 1.247 303 10.6 200 1.45 iii 

CURVE 32 92.12 1.253':' CURVE 40 250 2.45 -4 

CURVE 28 97.70 1.279 CURVE 46':' 300 3.67 <: 
293 4.3 100.41 1.292 72.91 2.109 350 5.00 =t 

293 5.2 323 5.2 80.46 2.132 293 5.0 400 6.40 -< 
323 6.2':' 373 6.6':' CURVE 36 84.21 2.149 500 9.40 0 
373 7.7 473 9.6 90.00 2.168 CURVE 47':< 600 12.63 "'" 
473 10.9 573 12.8 82.52 1.865 700 16.03 ~ 

r-
573 14.5 673 16.2 91. 77 1.899 CURVE 41 293 4.5 800 19.70 ,.:: 

673 18.2>;' 773 20.0 101. 34 1.948 900 23.90 ~ 
r-

773 22.2 873 24.0 115.90 2.053 73.35 3.410 CURVE 48':' Z 
873 26.4 973 28.3 117.74 2.066 82.81 3.435 CURVE 53 m 
973 30.8 91.00 3.458 78.95 0.045 m 

CURVE 33 CURVE 37 89.97 0.0763 9.00 0.00 ~ 
CURVE 29 CURVE 42 273.15 3.58 9.15 0.08 ;:a 

-4 
293 3.8 82.78 1.382 9.27 0.19 ::J: 

293 4.1>:< 323 4.6 90.12 1.407 73.74 4.376 CURVE 49':' 9.40 2.40 m 
323 5.0':' 373 6.1 99.57 1.453 82.45 4.401 9.47 2.84 r-

m 
373 6.6':' 473 9.1 90.00 4.425 273.15 3.12 9.61 3.76 ~ 

!- 473 9.9':' 573 12.4 CURVE 38 92.66 4.385':' 9.75 3.98 m 
'0 573 13.5 673 16.0 CURVE 50 10.09 4.72 Z 
:r -4 

~ 673 17.1 773 19.8 88.25 0.7697 CURVE 43 10.54 4.96 '" 78.29 0.00404 
n 773 20.9 873 23.8 114.85 0.9032 79.63 0.04125 11.10 5.17 
:r 873 25.2 973 28.3':' 139.38 71.28 0.7213':' 11.97 ID 1.126 89.97 0.0728 5.29 
~ 973 29.9 171. 55 1. 564 82.95 0.7445 273.15 3.56 12.79 5.34 

'" CURVE 34 205.87 2.219 102.42 0.8256':' 
~ CURVE 30 234.48 2.863 145.03 1.173 CURVE 51 CURVE 54 
5' 72.5 0.7207 265.20 3.655':' 194.01 1.925 
P 293 6.3 84.7 0.7532 294.75 4.487 214.21 2.945':' 10 0.41 4.2 0.074 
< 323 7.2 88.4 0.7666 245.83 3.060 50 0.41 6.2 0.079 
~ 373 8.8 94.9 0.7939 CURVE 39 286.44 4.121 100 0.53 8.6 0.083 
!» 473 12.1 95.0 0.7904':' 302.62 4.563':' 150 1. 00 13.3 0.080 
Z 573 15. 5~' 103.8 0.8351 76.55 
~ 

0.7058 329.76 5.343 200 2.00 21. 5 0.077 

~ ':' Not shown in figure. - 0l:Io 
000 ..... C.I'I 
100 C.I'I 
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'< TABLE 5. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF BERYLLIUM Be (Temperature DependEnce) ( continued) !It 
n 
::r T T T T T P T P CD P P P P !I 
~ CURVE 54 ( cont.) CURVE 58>:< CURVE 63 (cont.) CURVE 57 ( cont.) CURVE 71 CURVE 76 ( cont.) 
~ ., 

23.3 0.084 20.2 0.245 1173.5 40.66 959.3 28.81 293 4.66': 962 31. 9 a 
1 24.8 0.086 90.2 0.333 1246 44.20 1045.5 32.40 293 4. 78'~ 1008 34.4 
< 27.2 0.084 273.2 3. 500>~ 1283 46.90 1133 38.30 432.5 8.45 1055 35.2 
~ 29.4 0.084 1208 42.20 447 9.10 1122 38.2 
!" 31. 8 0.090 CURVE 59 CURVE 64 1268 45.60 562 14.10 1180 39.3 
Z 35.0 0.096 642 14.10 1250 44.7 
0 

38.0 0.090 293 3.60 295.2 4.50>!( CURVE 68 718 19.02 1329 46.1 
~ 39.8 0.097* 371. 3 6. 51>!' 807 22.40 1353 48.8 
:0 57.4 0.114 CURVE 60>:< 549 12."32 297.5 4.70>:< 1378 50.1 
~ 64.9 0.127 641. 5 15.20 396 7.43':: CURVE 72 1416 54.5 

78.2 0.145 293 4.38 864.3 24.03 495 10.82 
88.3 0.198 1010.1 29.92 626.5 15.03 293 4.58':' CURVE 77 

116.4 0.491 CURVE 61 1158 39.10 778.2 20.41 294 4.76':: 
124.7 0.600 1249 44.10 883 24.83 303.5 4.88 292 5.1':< 
128.8 0.689 4 0.5 1107.5 36.20 628 16.00 456 7.6 
141. 9 0.903 76 1.0 CURVE 65 1172 40.90 674 17.00 572 10.4 
151.4 1.14 191 1.7 1266 44.80 755 20.20 655 15.7 
162.9 1. 39 202 2.7 298.6 4. 61'~ 825 23.30 704 19.5 
167.5 1. 58* 215 3.0 374.3 6.88 CURVE 69 918 36.4 
177.0 1. 86 228 4.3 483.4 10.18 CURVE 73 967 37.3 
187.5 2.21 281 4.6 630 15.15 293 4.56':< 1022 38.5 :-t 
195.4 2.63 292 4.9':< 769 20.42 293 4.58':' 4 0.54 1085 38.9 f\ 211.3 3.15 302 5.2 908 25.72 293 4.64 77 0.54 1180 40.4 n 216.8 3.39':' 999 30.12 404 7.73':' 300 4.03 1245 40.3 :::c 
224.4 3.67* CURVE 62 1121 37.10 441 8.92 1306 43.1 -
233.3 4.13 1258 44.90 461 9.55 CURVE 74 1339 44.9 
255.9 5.13 270 4.1 531 12.23 1408 49.4 
276.1 6. 30>~ 320 5.5 CURVE 66 550 12.58 4 2.42 1447 58.1 
290.4 7.00 376 7.5 859 24.20 77 2.43 

423 8.2 295 4.25':' 300 6.03 CURVE 78 
CURVE 55 727 18.3 396 7.10 CURVE 70 

800 20.3 506.3 10.74 CURVE 75 295 4.1"" 
20.2 2.49 880 22.4 614.2 14.42 293 4.66':< 442 6.0 
90.2 2.61 931 24.5 746.2 18.93 293 4.70* 4 2.40':' 605 6.5 

273.2 5.86 1000 26.4 885.2 24.52 293 4.73* 77 2.49 628 6.8 
972.9 28.12 367 6.24 300 6.80 682 9.5 

CURVE 56 CURVE 63 1113.5 35.50 466 8.54 726 14.7 
1276 45.30 482 10.30 CURVE 76 743 16.6 

20.2 0.21 295.1 4.05>:< 614 15.30 807 20.0 
90.2 0.297 395.5 6.99 CURVE 67 641 16.00 295 6.5':< 904 22.8 

273.2 3.50 526.3 11.22 663 16.80 393 9.1 1005 32.5 
635.5 14.88 299.3 4.72 713 18.70 452 10.1 1067 35.3 

CURVE 57 677 15.53 393 7.40 808 22.80 508 12.0 1158 38.0 
812 21.30 500.5 10.95 870 24.60 670 11.9 1274 42.6 

20.2 0.407 900 24.83 665.5 16.95 766 23.9 1300 44.6 
90.2 0.499 1012.5 30.22 7~9.3 19.60 819 30.9 1370 48.3 

273.2 3.700 1099 35.60 876.3 25.15 905 28.0 1428 51. 3 
1454 56.7 

* Not sbown in figure. 
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TABLE 5. 

T P 

CURVE 79 

303 4.8>:< 
380 8.8 
560 19.5 
61726.3 
661 30.0 
730 32.9 
791 34.1 
891 33.7 
943 32.9 

1055 36.5 
1163 38.6 
1257 39.1 
1354 42.,8 
1394 45.6 
1409 47.0 

CURVE 80 

380 10.1 
494 12.0 
950. 30.6 

1105 36.0 
1207 37.8 
1295 41. 7 
1393 48.9 
1454 53.8 

>:' Not shown in figure. 

EXPERIMENTAL DATA ON THE ELECTRICAL RESIS1'IVITY OF BERYLLIUM Be (Temperature Dependence) (continued) 
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4.2. Magnesium 

Magnesium, with atomic number 12, is a silvery-white, 
light, and fairly tough metal. It has a close-packed hex
agonal crystalline structure with a density of 1.74 g cm-s 

at 293 K, which is 35% lighter than aluminum. It melts at 
922 K and boils at about 1364 K. Its critical temperature 
has been estimated to be 3537 K. Naturally occuring mag
nesium is composed of three stable isotopes, the most 
abundant being 24Mg, which constitutes 78.7%. Five other 
radioactive isotopes are known to exist. Magnesium is the 
seventh most abundant element in the continental crust of 
the earth (2.33 % by weight). 

Temperature Dependence 

There are 59 sets of experimental data available for the 
electrical resistivity of magnesium. The information on 
specimen characterization and measurement condition for 
each of the data sets is given in table 7. The data are 
tabulated in table 8 and shown in figures 4 and 5. Deter
minations of the electrical resistivity for both the solid and 
liquid phases cover continuously the temperature range 
from 1 to 1171 K. 

Since monocrystalline magnesium is an anisotropic 
metal, resistivity values will vary with the direction of the 
resistivity measurements relative to the hexagonal axis of 
the crystal. Goens and Schmidt [35-37] (curves 46-59), 
Alderson and Hund [38] (curves 41 and 42), and Nichols 
[8] (curves 12-17) have made measurements on single 
crystals up to 473 K. 

O~ly one data set is available for amorphous magnesium. 
Ferrier and Herrell [39] (curve 44) have measured the 
electrical resistivity of an amorphous specimen, which was 
produced hy vapor quenching at liquid nitrogen tempera
ture (curve 44 ). At 273 K the electrical resistivity of 
amorphous magnesium is about 4.5 times that of the poly
crystalline material. 

The resistivity minimum apparent in the results of Ror
schack and Herlin [40] (curve II), Spohr and Webber 
[ 41] (curves 19 and 20) , and Sharkoff [42] (curves 38-40) , 
can be attributed to an impurity effect caused by trace 
amounts of certain transition metals in solid solution (43]. 

Most earlier determinations of the electrical resistivity of 
polycrystalline magnesium resulted in higher resistivities 
than the recent ones. These results can be explained by the 
lower purity of the specimens. The present recommended 
values are based on the data of Roll and Motz [44] (curve 
8), Delaplace et a1 [45] (curves 23 and 24), Das and Ger
ritsen [46] (curve 29), Hedgcock and Muir [47] (curve 
32), Seth and Wood (48] (curve 34), and Powell, Hick
man and Tye [49] (curves 36 and 37). A least-mean
square-error fit to weighted values of p-po, uncorrected for 
thermal expansion of the material, was made with the 
modified Bloch-Griineisen equation (8) from 20 to 900 K. 
Weights are assigned to individual data sets in such a way 
that they have approximately equal weight at the low and 
high temperature range. The following results were ohtained 
for the coefficients in equation (8) :' 

J. Phys. Chem. Ref. Data, Vol. 8, No.2, 1979 

81 82 Sa 
6.83·10-80 m -0.302·10-80m 0.141·1O-80 m 

(OR)O C P 
426 K 0.044 1.90 

The Debye temperature deduced from the specific heat 
measurements is 396±54K, in rough agreement with our 
OR' Correction to the fitted values for thermal linear expan
sion yielded the final recommended values. 

The recommended electrical resistivity values for single 
crystals of magnesium as measured along the c-axis are 
based on the data of Alderson and Hund [38] (curve 41), 
Toens and Schmidt [35] (curves 46-59), and Nichols [8] 
(curve 17). A least-mean-square error fit to their data for 
p-po was made with the modified Bloch-Griineisen equation 
(8) from 15 to 472 K. The following values were found 
for the coefficients in equation (8): 

51 51 53 
5.06 '10-80 m 0.670 ·10-80 m 0.074 .10-80 m 

(8R)O C P 
363 K -0.109 1.90 

The resulting values were corrected for thermal linear 
expansion to get the final recommended values. The recom
mended value5 above 472 K are c15timatccl. 

The recommended electrical resistivity values for single 
crystals measured perpendicular to the c-axis are based on 
the data of Alderson and Hund [38] (curve 42), Goens 
and Schmidt [35] (curves 46-59), and Nichols [8] (curve 
12). A least-mean-square error fit to their data for p-po was 
made with the modified Bloch-Griineisen equation (8) from 
15 to 469 K. The following values were found for the co
efficients in equation (8): 

51 82 83 
8.04 ·10-SO m -1.06 ·10-SO m 0.349 '10-80 m 

(BR)O C P 
522 K 0.202 1.90 

The resulting values were corrected for thermal linear 
expansion to get the final recommended values. The recom
mended vales above 469 K are estimated. 

By using equation (7) and the above single crystal reo 
suIts, the resistivity values for the polycrystalline material 
can be calculated. The resulting calculated values are within 
±:1 % of the recommended values obtained from the ex
perimental data for polycrystalline specimens. This indi
cates that the grains in the polycrystalline specimens were 
essentially random in orientation. 

There are three data sets available on the electrical re
sistivity of magnesium in the liquid state. Van Zytveld et a1. 
[50] (curve 28) found a very small temperature depend
ence of the electrical resistivity. Scala and Robertson [51] 
(curve 43) found a weak negative temperature dependence, 
while Roll and Motz [ 44] (curve 8) found a positive 
temperature dependence. Comparison with the electrical 
resistivity data of other alkaline earth elements in the 
liquid state suggests that the electrical resistivity of liquid 
magnesium should have a weak negative temperature de
pendence. The data of Scala et a1. have been normalized by 
matching their values with the data of Van Zytveld et a1. 
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at the melting point, 922 K. The normalized values from 
922 to 1171 K were fitted with a linear equation to obtain: 

p (T) == 26.1 - 0.0016 X (T - 922) 
922 K L T L 1200 K (12) 

where p is in units of 10-80 m and T in K. At the melting 
point (922 K), the electrical resistivity of magnesium in 
the liquid state is about 76% higher than that of the solid 
state. 

The recommended values for the total and intrinsic elec
trical resistivities are listed in table 6, and those for the total 

resistivity are also shown in figures 4 and 5. The recom
mended values are corrected for the thermal expansion. 
The correction amounts to -0.48% at 1 K, -0.20% at 
200' K, 0.57% at 500 K and 1.90% at 900 K. The recom
mended values for the total electrical resistivity are for 
99.9+ % magnesium and those below 100 K are appli-

TABLE 6. RECOMMENDED ELECTRICAL RESISTIVITY OF MAGNESIUM 
(Temperature Dependence) 

[Temperature, T, K; Total Resistivity, P' 10-8 om; Intrinsic Resistivity, Pi' 10-8 Om] 

Solid 

T 
II to c-axis -.L to c-axis PolycrystaUine 

p Pi P Pi P Pi 

1 0.0080>';: 0.0100* 0.0062* 
4 0.0080* 0.0100* 0.0062* 
7 0.0082* 0.0100* 0.0064* 

10 0.0086* 0.0108* O. 0069:~ 
15 0.0101 >';: 0.0130* 0.0086* 

20 0.0136* O. 0175)~ 0.0123* 
25 0.0204* 0.0255* 0.0193* 
30 0.0320 0.0240 0.0383 0.0283 0.0309 0.0247 
35 0.0502 0.0422 0.0572 0.0472 0.0488 0.0426 
40 0.0760 0.0680 0.0837 0.0737 0.0744 0.0682 
45 0.110 0.102 0.119 0.109 0.109 0.102 
50 0.151 0.143 0.164 0.154 0.151 0.145 
60 0.255 0.247 0.282 0.272 0.261 0.255 
70 0.381 0.373 0.430 0.420 0.398 0.392 
80 0.520 0.512 0.603 0.593 0.557 0.551 

90 0.671 0.663 0.789 0.778 0.728 0 .. 722 
100 0.827 0.819 0.983 0.973 0.908 0.902 
110 0.986 0.978 1.18 1.17 1.10 1.09 
120 1.15 1.14. 1.38 1.37 1.28 1. 27 
130 1.31 1.30 1.58 1.57 1.47 1.46 

140 1.47 1.46 1.77 1.76 1.66 1.65 
150 1.63 1.62 1. 96 1. 95 1.84 1. 83 
175 2.02 2.01 2.44 2.43 2.30 2.29 
200 2.42 2:41 2.90 2.89 2.75 2.74 
225 2.81 2.80 3.35 3.34 3.19 3.18 

250 3.19 3.18 3.80 3.79 3.61 3.60 
273.15 3.54 3.53 4.20 4.19 4.05 4.04 
293 3.84 3.83 4.55 4.54 4.39 4.38 
300 3.94 3.93 4.67 4.66 4.51 4.50 
350 4.68 4.67 5.52 5.51 5.36 5.35 

400 5.42 5.41 6.39 6.38 6.19 6.18 
450 6.16 6.15 7.25 7.24 7.03 7.02 
500 6.90 6.89 8.09 8.08 7.86 7.85 
550 7.53 7.52 8.93 8.92 8.69 8.68 
600 8.35 8.34 9.76 9.75 9.52 9.51 

* Provisional Values 

The recommended values for the total electrical resistivity are for 99. 9+% magnesium and 
those below 100 K are applicable only to specimens with residual resistivities of 0.008'10-80 m 
(lito c-axis), 0.01"10-80 m (1- to c-axis), and 0.0062'10-80 m (polycrystalline). 

J. Phys. them. Ref. Data, Vol. 8. No.2, 1979 



460 T. C. CHI 

TABL.I:!;6. RECOMM..I:!;NU.I:!;U .l:!;L.I:!;CT.lHCAL J:{.I:!;/::m:iTIVI'IY OF MAGNESIUM (Continued) 
(Temperature Dependence) 

[Temperature, T, K; Total Resistivity, p, 10-8 nm; Intrinsic Resistivity, Pi' 10-8 Om] 

Solid Liquid 

T 
II to c-aJds -L to c-aJds PolycrystaUine 

T p Pi P 

650 9.07 9.06 10.6 
700 9.78 9.77 11.4 
750 
800 
850 

900 
922 

* Provisional Values. 

cable only to specimens with residual resistivities of 
0.008'10-80 m(1 Ito c-axis), 0.01'10-80 m (.1. to c-axis), 
and 0.0062 ·10':80 m (polycrystaIline). The uncertainty in 
the recommended values for the total electrical resistivity 
is believed to be within ± 8 % below 30 K, ± 5 % from 30 
to 100 K7 +3% from 100 to 600 K, +5% from 600 to 

J. Phys. Chem. Ref. Data, Vol. 8, No.2, 1979 

Pi P Pi 
P 

10.6 10.4 10.4 922 26.1* 
11.4 11.2 11.2 950 26.1>''' 

12.0 12.0 1000 26.0+ 
12.8 12.8 1050 25.9':< 
13.6 13.6 1100 25_8':< 

14.4 14.4 1150 25.7* 
14.7 14.7 1200 25.6* 

922 K, and within ±10% above 922 K. Above 30 K the 
uncertainty in the recommended values for the intrinsic 
resistivity is slightly higher than that in the total electrical 
resistivity, because of possible deviations from the Mat. 
thiessen's Rule; below 30 K the values are very uncertain 
an(J are not listed in the table. 
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TABLE 7. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF MAGNESIUM Mg (Tem~erature Dependence) 

Cur. Ref. Method Temp. Name and 
Author(s) Year Specimen Composition (weight per-cent), Specifications, and Remarks 

No. No. Used Range,K Designation 

1 52 Lorentz, L. 1881 273,373 Mg Pure. 

2 53 Das, K. B. and Gerritsen, A.lS". 1962 293 Mg Spectrographically pure magnesium (Jor.nson-Matthey, Ltd., Lab. No. 4220); 
samples were alternately annealed at 400 C for 90 min; the samples varied 
in wiclth from 0.15 to 0.311 cm, in thJ:ckness from 0.0037 to 0.0167 cm, and 
in length from 3. 59 to 10.55 cm. 

3 54 Vand, V. 1943 273 Mg Pure. 

4 55 Baveja, K. D. 1961 M 299 Mg Pure; the electrical resistivity was measured by magnetic damping method; m .... 
unannealed specimen; diameter 0.2497 cm, thickness 0.0858 cm disc sample. m n 

5 33 Kuczynski, G. C. 1960 300 Mg-.l Pure. -I ,., 
6 33 Kuczynski, G. C. 1960 300 Mgjj Pure. n » 
7 56 Hedgcock, F. T., M:.lir, W. B. 1960 3-26,300 Mg <0.001 each AI, Fe, Mn, Pb, S1, Zn, <0.01 each Ca, Sn, <0.0005 Ni; the .... 

and Wallingfold, E. sample was made by Dow Chemical Co; the sample WaS annealed at 4W C ;10 

for 4g hr in atm of helium gas. Reported error 1%. m c.n 
8 44 Roll, A. and Motz, H. 1957 R 844-1166 99.8 pu:e; in solid and liquid states; M.P. 923 K; data corrected for the:mal C;; 

-t 
linear expansion. Reported error 1%. < 

9 57 Schofield, F. H. 1924 V 293-753 99.6 pUl'ity magnesium specimen Was extruded to 0.75 in. diameter from a =t 
billet 5 in. in diameter; annealed at 360 C for 6 hr, and allowed to cool -< 
slow1y; density at 294 K = 1. 75 gm/cm3• Reported error 1%. 0 .., 

10 58 Niccolai, G. 1908 84-673 Pure. ):It 
11 40 Rorschach, H. E. and Herlin, Jv.I. A. 1951 1. 5"';36 Pure, bllk cylindrical sample; the resistivity was obtained by measuring the .... 

::-:: 
mutual inductance of two coaxial coils surrounding the sample. » .... 

12 8 Nichols. J. L. 1955 B 273-497 0.0036 Ct 0.0005 Fe, 0.0002 Mnt 0.001 Ca, 0.0019 each K, Na, 0.0004 H2, Z 
<O.Ol Zn. <0.0005 Pb, <C.0001 each AI, Cu, Sr, B, <0.001 each Si, Sn, m 
< 0.0:103 Ni; single crystal samples, 0.50 in. in diameter and 7 in. long, m 
were grown in a gradient furnace; a Kelvin Double Bridge Was used in con- » 
junction with a high-sensitivity D' Arsonval type galvanometer for the ;10 

-I 
resistance measurements; ~os2 ¢=O. 002, ¢ is the angle between sample's axis and c-axis. ::c 

13 8 Nichols. J. L. 1955 B 273-497 Similar to the above specimen; eos2 ¢ = 0.213. m .... 
14 8 Nichols, J. L. 1955 273-497 Similar to the above specimen; C082 ¢ = O. 430. 

m 
B ~ 

!- 15 8 Nichols, J.L. 1955 B 273-497 Similar to the above specimer.; cos2 ¢ = O. 667. m 
." Z 
:r- 16 8 Nichols, J. L. 1955 B 273-497 Similar to the above specimer.; cos2 ¢ = 0.841- -t 
~ &It 

n 17 8 Nichols, J. L. 1955 B 273-497 Similar to the above specimer.; C082 ¢ = 0.990. :r 
t1I 

~ 18* 59 Salkovitz, E. I. , 1957 300 99.98 pure, annealed extruded polycrysta1line stripes; specimen width from 
=a 0.412 em to 0.640 cm, thickness from 0.212 cm to 0.240 cm, and length 
t1I from 9.54 cm to 29.3 cm; resistiVity was obtained by using the Reeves ~ 

i modification of Kelvin double bridge. 

1 19 41 Spohr, D.A. and Webber, R. T. 1957 1-25 Mg (Fe) 99. 9s+ Mg, 0.013 Fe, O. Q013 Pb, 0.0.023 Mn; cold-worked polycrystal from 
< Johnson-Matthey and Co., London, England· the rod specimen was al:out 
~ 3.2 nun in diameter and 9 em long. Eeported error 0.3%. 
!IO 
z 
~ 

.!" * Not shown in figure • - 0l:Io -0 
~ ~ w 
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n TABLE 7. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF MAGNESIUM Mg· (Temperature Dependence) (continued) 
:r 
ID 

?1 
:11:1 Cur. Ref. Me1hod Temp. 

Name and 
~ No. No. 

Author(s) Year Used Range,K Specimen Composition (weight percent), Specifications, and Remarks 
~ Designation 
a a 

Spohr, D.A. and Webber, R. T. 1957 1-25 Mg(Mn) 99.95+ Mg, 0.043 Mn, 0.001 each Fe, Si, 0.0011 each Pb, Sn, 0.0002 AI, - 20 41 < 0.0001 each Cu, Ni, 0.0048 Zn, 0.-0012 Ca; annealed polycrystal rod, 3.2 
~ mm in diameter and 9 cm long; prepared by Dow Chemical Co. Reported error 0.3%. 
!fJ 
z 21 60 Hein, R. A. and Falge, R. L. 1957 0.3-4.3 Mg (Fe) 99.98+ Mg, 0.013 Fe, 0.0023 Mn, 0.0013 Pb; cold-worked polycrystal rod 
~ 3.2 mm in diameter and 9 cm long; specimen was obtained from J ohnson-
~ Matthey au! Co. ,England. 
:0 22 60 Hein, R. A. and Falge, R. L. 1957 0.3-4.3 Mg (Mn) 99.95+ Mg, 0.043 Mn. {\001 each Fe, Si, 0.0011 each Pb, Sn, 0.0002 AI, ~ 
-0 0.0001 each Cu; Ni, ).0048 Zn, 0.0012 Caj anneated p·olycrystal rod 3.2 mm 

iii diameter and 9 cmlong; specimen was prepare~ by Dow Chemical Co. 

23 45 Delaplace, J., 1968 4.2,300 Mg1 99.95 pure wire specimen; 0.2 mn:. in diameter; R300 K/R4. 2 K = 120. 

24 45 Delaplace, J., 1968 4.2,300 Mg2 99.999 pure 20ne refined wire specimen; 0.2 mm in diameter; R300 K/R4.2 K = 
870. 

25 61 Hedgcock, F. T. and Muir, W. B. 1961 4.2,273 Mg 0.04 Mn, R4.2/R273 = Co 028. 

26 62 Bijvoet, J., deHon, B., Dekker, 1962 4.2-273 DMg Pure magnesium sample was supplied by Dow Chemical International. 
J. A., and Rathenau, G. W. 

27 63 Panova, G.Kh., Zhernov, A.P., 1968 A 1. 2-20 Mg Pure magnesium wire sample 1. mID in diameter and 50 mm in length was pre- =-' and Kutaitsev, V. I. pared by drawing through a die and annealing subsequently in a helium atm 
at 350 C. Reported error 1. 2%. !" 

28 50 Van Zytveld, J. B., Enderby, 1972 A 924,1023 Mg 99.98 pure, <0.001 each AI, Si, Zn, <0.0005 each Cu, Pb, 0.003 Fe, 0.002 Mn, 
n 
:t 

J. E., and Collings, E. W. <0.0001 Ni, <0.003 each C, 02. <0.005 H2• 0.0015 N2; sample was obtained -
from Koch Light Lab. Ltd. Reported error 4%. 

29 46 Das, S. B. and Gerritsen, A. N. 1964 A 4.2-273 Mg <0.01 Ca, <C.02 Zn, <0.0001 each AI, Cu, 0.001 Fe, 0.0011 Mn, <0.0002 Ni, 
0.0005 Pb, <0.001 each Si, Sn; specimen was supplied by Dow Metal Products 
Co; polycrystalline specimen; ~. 2/R273 = 1. 7 X 10-3• 

30 46 Das, S. B. and Gerritsen, A. N. 1964 A 4.2-273 0.16 Li 0.16 Li, <0.001 each AI, Cu, Mn, Zn, <0.01 each Ca, Sn, <0.0005 Fe, 0.0009 
Ni, < O. 002 Pb, < O. 005 Si; polyerystalline specimen was supplied by Dow 
Metal Products Co; R4. 2/R273 = 0.0655. 

31 46 Das, S. B. and Gerritsen, A.N. 1964 A 4.2-273 0.047 Sn 0.047 Sn, < O. 001 each AI, Cu, Fe, Mn, < 0.01 Ca, < 0.0003 each Ni, Pb, 
< O. 0001 Si; 0.003 Zn; polycrystalline specimen was supplied by Dow Metal 
product~ Co; R4. 2/~73 = 0.0144. 

32 47 Hedgcock, F. T. and Muir, W. B. 1964 D 4.27-571.2 728 Pure; specimen was rol1E:id into O. C1 in. strips, etched, cut into 0.125 x 4 in. 
and annealed in a- helium atm at 7 cm of Hg at 450 C for 12 hr; R4. 2/R273 = 
2.467 x 10-3• 

33 64 Grube, G. and Burkhardt, A. 1929 :B 373-773 99.93 Pure; (>. 018 Si, . 0.052 Fe, and trace of AI, CU; the electrical resistivity 
was measU'ed in 1 atm pressure of very pure hydrogen. 

34 48 Seth, R. S. and Woods, S.B. 1970 10-295 < 0.0014 impr.rity; obtained from Johnson·Matthey, and Mallory, Ltd., Canada; 
prepared by Dow Chemical Co. from sublimed magne~ium that was at least 
99.98 pure after fabrication; sli~ht1y non-uniform 0.035 in. diameter wire 
drawn thrQugh 0.032 in. diamond die to produce uniform, smooth wire; an-
nealed at 350 C for 8 hr in 10 torr H2• 

35 65 StaeJ;:>ler, J. 1929 80-460 Pure; 3 em x 1. 23 cm. 
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TABLE 7. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF MAGNESIUM Mg (Temperature Dependence) (continued) 

Cur. Ref. 
:t-"o. No. 

::6 49 

27 49 

38 42 

39 42 

40 42 

41 38 

42 38 

43 51 

44 39 

45 67 

46 35 

47* 35 

48 35 

49* 35 

50 35 

51'1< 35 

Author(s) 

Powell, R.W., Hicman, M.J., 
and Tye, R. P. 

Powell, R. W., et ale 

Sharkoff, Z. G. 

Sharkoff, 3. G. 

Sharkoff, 3. G. 

Alderson, J. E. A. ani Hurd, C.M. 

Alderson, J. E. A. and Hurd, C .M. 

Scala, E. and Robertson, W. D. 

Ferrier, F..P. and Herrell, D.J. 

Heal, T.J. 

Goens, E. and Schmid, E. 

Goens, E. and Schmid, E. 

Goens, E. and Schmid, E. 

Goens, E. and Schmid, E. 

Goens, E. and Schmid, E. 

Goens, E. andSchmid, E. 

>:< Not show!l in figure. 

Year 

1964 

1964 

1953 

1953 

1953 

1975 

1975 

1953 

1970 

1958 

1936 

1936 

1936 

1936 

1936 

1936 

Method 
Used 

A 

A 

A 

Temp. 
Range,K 

293-673 

Name and 
Specimen 

Design<ation 

Mg1 

293-423 Mg 2 

1. 0-30 Sample No. 765 

1. 0-25 Sample No. 767 

1. 0-40 Sample No. 370 

3-300 Mg 1, Mg 2 

3-300 Mg 1, Mg 2 

973-1171 

80,273 

273-573 

20.35-373.15 Mg 50 

20.35-373.15 XI 

291.15 XV 

291.15 XIX 

291.15 90 

291.15 XVI 

Composition (weight percent), Specifications, and Remarks 

99.95 Mg, 0.033 AI, 0.012 Zn; 1. 9 cm diameter x 30 cm long; supplied by the 
Metallurgy Division of the National Physical Laboratory; forged and heat 
treated. 

99.98 Mg, 0.017 AI, 0.004 Zn; 0.635 cm diameter x 10 cm long; supplied by 
Messrs. Johnson, Matthey and Co., Ltd. 

99.98+ Mg, 0.01 Mn, 0.003 Zn, 0.0012 Pb, 0.001 Ca, < O. 001 each Si, Sn, 
0.008 Fe, 0.0002 AI, <0.0001 each Cu, Ni; 0.310 cm diameter x 9.03 em 
long. 

99.95 Mg, 0.043 Mn, 0.0048 Zn, 0.0012 Ca, 0.0011 each Pb, Sn, 0.0010 Fe, 
< 0.001 Si, 0.0002 AI, < O. 0001 each Cu, Ni; 0.307 cm diameter){ 8.93 em 
long. 

99.87+ Mg, 0.12 Mn, 0.0036 Zn, 0.0014 Pb, 0.0011 Fe, <0.001 each Si, Sn, 
0.0006 Ca, 0.0002 AI, < 0.0002 Ni, 0.0001 CUi 0.305 em diameter x 9.35 
em long. 

99.9 purity; single crystals; for Mg 1 specimen - 0.315 mm thick, probe separation 
6.325 em, angle between c-axis and sample's axis e = 6.5°, P2'72 K/Pres ;:: 420; 
for Mg2 - 0.295 mm thick, probe separation 5.36 cm, e:p 70.5° (>273KIPres == 
440; .longitudinal resistivity (p//) data were obtained. 

Same as the above specimen; transverse resistivity (PJ..) data were obtained. 

99.975 Mg, 0.01 Cu, 0.004 AI, 0.003 Pb, and 0.003 Si; in liquid state; supplied 
by Dominion Magnesium, Ltd.; contained in a graphite tube about 0.6 em 
I. D. and 13 em long. 

Pure; amorphous specimen waS obtained by vapor quenching at liquid nitrogen 
temperature; data was extracted from the figure. 

Pure; density 1. 7398 g em- 3 ; melting point 823 K; boiling point 1383 K. 

Pure; single crystal specimens were grown from the melt of 99.95 pure starting 
material; cylindrical specimen is about 4.53 em in length and 0.1369 em in 
radius; angle ¢ between sample axis and the hexagonal axis is 14°30', resis
tance ratio are reported, the resistivity are calculated from p(291.15 K) :::: 
3.813 • 10-8 Om. 

Similar to the above specimen except the specimen is about 14. 56 cm in length, 
0.2463 cm in radius; ¢ = 18°20" and p( 291.15 K) = 3.848 . 10-8 om. 

Similar to the above specimen except the specimen is about 11.38 em in length, 
0.2452 cmin radius; and ¢ :: 29°. 

Similar to the above specimen except the specimen is about 9.193 em in length 
and 0.1647 cm in radius; and ¢ = 34°30 ". 

Similar to the above specimen except ¢ = 49°. 

Similar to the above specimen except the specimen is 6.304 em in length, 
0.16 em in radius and ¢ = 52°45'. 
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~ TABLE 7. 
n 

MEASUREMENT INFORMATION ON THE ELE:CTRICAL RESISTIVITY OF MAGNESIUM Mg (Temperature Dependence) ( continued) 
:r 
CD 

~ 
Methoc Temp. Name and 

~ Cur. Ref. Author(s} Year Specimen Composition (weight percent), SpecificatioIls, and Remarks 
~ No. No. Used Range,:<: Designation 
S' 
~ 52 35 Goens, E. and Schmid, E. 1936 291.15 169 Similar to the above specimen except the specimen is about 6. 628 em in length, 
< 0.2002 Cm in raCius and ¢ = 55°20'. 
~ 

53':' 35 Goens, E. and Schmid, E. 1936 291.15 94 Similar to the above specimen except the specimen is about 10.36 cm in length, ~f» 
0.1765 cm in radius and ¢ = 63°. Z 

~ 54 35 Goens, E. and Schmid, E. 1936 291.15 85 Similar to the above specimen except the specimen is about 8.486 em in length, 
~ 0.1858 cm in radius and ¢ = 73° 50 '. 
:0 55* 35 Goens, E. and Schmid, E. 1936 20.35-373.15 116 Similar to the above specimen except the specimen is about 8.202 cm in length, ..... 
-0 0.2053 cm in radius, ¢ = 800 ; resistance ratio at different temperatures were 

reported, the electrical resistivity data are calculated for p( 291.15 K) = 
4. 492' 10-8 Om. 

56* 35 Goens, E. and Schmid, E. 1936 20.35-373.15 188 Similar to the above specimen except ¢ = 820 ; the electrical resistivity data are 
calculated from resistance ratio data and p( 291.15 K) = 4. 516' 10-8 (lm. 

57* 35 Goens, ~. and Schmid, E. 1936 20.35-373.15 162 Similar t:> the above specimen except the specimen is about 5.448 em in length, 
0.1919 em in radius; the electrical resistivity data are calctlated for reSistance 
ratio data and p( 291.15 K) = 4.492 . 10-8 Om. 

58* 36,37 Goens, ~. and Schmid, E. 1931 291.15 P..l Pure; single crystal specimen; specimen's axis perFendicular to the hexagonal 
axis; resistivity temperature coefficient O.00416/K (273-37:: K). :-t 

59:« 36,37 Goens, Z.and SchmJd, E. 1931 291.15 PI/ Pure; single crystal specimen; specimen's axis parallel to the hexagonal axis; f" resistivity temperature coefficient O. 00427/K (273-373 K) • n 
:5 

* Not shown in figure. 



TABLE 8. EXPER1MENTAL DATA ON THE ELECTRICAL RESISTIVITY OF MAG~ESIUM Mg (Temperature Dependence) 

[Temperature, T, K; Resistivity, p, 10-3 Om] 

T p T P T P T P T P T P 

CURVE 1 CURVE 8 ~cont.l .CURVE 10 ~ cont. ~ CURVE 11 ~cont. ~ CURVE 16 CURVE 19 ~ cont. ~ 

273.15 4.09 924 15.34 448 7.132 31.2 0.2028 297.5 4.009 12.57 0.1189 
373.15 5.71 933 27.47 473 7.576 32.4 0.2059 323.1 4.302 13.70 0.1189 

945 27.56 498 8.031 33.7 0.2088 323.1 4.382 14.77 0.1187 
CURVE 2 965 27.56 523 8.508 34.7 0.2118 367.9 5.024 15.86 0.1189 

983 27.69 548 9.002 36.3 0.2165 384.1 5.257 17.13 0.1194 
293 4.51 ±0.15 1006 27.82 573 9.536 433.1 5.967 18.06 0.1200 

1025 27.87 598 10.080 CURVE 12 471.7 6.555 19.66 0.1214 m 
CURVE 3 1043 28.01 623 10.672 20.30 0.1219 ... 

m 1065 28.08 648 11.285 297.5 4.578 CURVE 17 21. 26 0.1231 n 
273 4.00 1085 28.08 673 11.893 297.5 4.630 ... 

;::a 
1105 28.29 322.6 4.999 297.5 3.853 CURVE 20 n 

CURVE 4 1125 28.36 CURVE 11 323.5 5.022 323.3 4.225 » 
1146 28.54 369.2 5.807 373.7 4.992 1.41 0.0659 ... 

299 4.663 1166 28.59 1.0 0.1996 377.1 5.998 433.1 5.813 1. 92 0.0655 :=a 
m 

1173 28.70 1.6 0.1966 433.1 6.841 472.3 6.361 2.42 0.0653 CIt 

CURVE 5 1.9 0.1946 442.2 7.047 2.98 0.0651 U; ... 
3.1 0.1906 468.9 7.500 CURVE 18>:' 3.46 0.0651 <: 

300 3.85 CURVE 9 3.3 0.1898 3.91 0.0648 =i 
3.7 0.1890 CURVE 13 300 4.45 4.34 0.0648 -< 

CURVE 6 293.1 4.59 4.2 0.;1.879 5.06 0.0646 0 
374.5 6. 19>!< 4.8 0.1868 297.5 4.431 CURVE 19 5.85 0.0647 ." 

300 4.55 374.2 6.21 5.3 0.1861 297.5 4.468 6.51 0.0648 » 
374.2 6.18 6.1 0.1850 323.4 4.822 1. 25 0.1430 7.49 0.0648 ... 

CURVE 7 472.3 8.17 7.1 0.1842 368.9 5.603 1.42 0.1412 8.36 0.0650 ~ » 
472.6 8.08 7.9 0.1835 383.8 5.808 1.63 0.1397 9.70 0.0653 ... 

3.6 0.0094 587.1 10.35 8.9 0.1829 408.5 6.245 1. 86 0.1385 10.61 0.0656 Z 
4.5 0.0094 621.7 11.21 9.6 0.1825 433.1 6.654 2.08 0.1370 11.96 0.0661 m 
5.3 0.0094 621.1 11.04 10.3 0.:J.821 474.1 7.331 2.27 0.1359 13.05 0.0668 m » 
6.2 0.0094 753.2 13.74 11.0 0.1817 2.48 0.1347 13.88 0.0672 :=a 
6.7 0.0096 11.8 0.1813 CURVE 14 2.65 0.1340 14.97 0.0679 ... 

::I: 
7.3 0.0096 CURVE 10 12.7 0.1811 2.84 0.1331 16.18 0.0688 
8.0 0.0093 13.6 0.1808 297.5 4.306 3.07 0.1321 16.54 0.0692 m ... 
8.9 0.0095 84 1.275 14.2 0.1806 323.7 4.677 3.30 0.~313 17.65 0.0703 m 

~ !o- 9.9 0.0097 98 1.471 15.5 0.1805 369.7 5.435 3.55 0.1303 19.87 0.0725 
~ ." 12.0 0.01 123 1.907 16.7 0.1807 377.6 5.521 3.93 0.1295 20.22 0.0732 :r' ... 

~ 18.9 0.013 148 2.300 17.7 0.1812 383.1 5.619 4.14 0.1289 CIt 

n 23.8 0.0186 173 2.643 18.9 0.1820 383.1 5.653 4.40 0.1281 CURVE 21 
:r' 26.8 0.0259 198 3.105 19.6 0.1826 432.9 6.411 5.04 0.1265 (I) 

~ 223 3.491 21.1 0.1839 440.8 6.526 5.34 0.1259 0.24 0.1692 

'" CURVE 8 248 3.894 22.4 0.1855 473.8 7.091 5.71 0.1250 0.25 0.1682 
~ 273 4.312 23.3 0.1867 6.17 0.1240 0.27 0.1675 
0 844 13.73 298 4.700 24.1 0.1878 CURVE 15 6.51 0.1233 0.28 0.1663 a 
~ 866 14.15 323 5.069 24.9 0.1891 7.11 0.1224 0.36 0.1647 
< 885 14.56 :348 5.507 .25.8 0.1907 297.5 4.080 7.63 0.1216 0.40 0.1651 
~ 904 14.99 373 5.915 26.8 0.1929 322.4 4.439 9.13 0.1216 0.42 0.1636 
!R 914 15.18 :398 6.318 28.9 0.1974 324.0 4.48 10.11 0.1200 0.44 0.1624 
z 423 6.735 30.2 0.2011 370.5 5.227 11.55 0.1193 0.52 0.1613 0 

~ 
471.2 6.700 

:0 >;, Not shown in figure. A 
:c: ~ 



!- J:II, 
-a TABLE 8. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF MAGNESIUM Mg (Tenperature Dependence) (continued) 0-
::r' (II) 
-< 
!II T P T P T P T 0 T P T P 
n 
::r' 
CD 

CURVE 21 ~ cont. ~ CURVE 26 CURVE 32 CURVE 33 ~ cont. } CURVE 36 CURVE 41 ~ 
::II: 

~ 0.61 0.1604 4.2 0.025 4.27 0.010 603 10.141 293 4.5 * 6.17 0.0082 
0 0.68 0.1591 77 0.55 6.34 0.010 613 10.345 323 5. o I>!' 6.67 0.0082;" 
Q a 0.72 0.1597 273 4.55 14.15 0.012':' 623 10.558 373 5.85':' 8.02 0.0083 
~ 

0.81 0.1569 20.10 0.016"" 633 10.762 473 7.57>:' 9.44 0.0086>:' < 
~ 0.88 0.1570 CURVE 27 24.76 0.022* 643 10.980 573 9.30 10.64 0.0088 

!R 1.07 0.1510 34.86 0.051 653 11.198 673 11.04 11.25 0.0089':' 
z 1. 37 0.1493 1.1 0.0070 41. 32 0.085':< 663 11.436 12.36 0.0091 
~ 1. 53 0.1493 2.4 0.0070 59.39 0.257 673 11. 661 CURVE 37 12.88 0.0093>!' 
.!'" 1.73 0.1460 3.8 0.0064 79.9 0.530':< 683 11.880 13.62 0.0095 
:0 1. 84 0.1456 5.3 0.0070 89.3 0.720 693 12.118 293 4.34 14.09 0.0098':' 
"'I 1. 89 0.1447 6.9 0.0070 107.4 1. 053>:~ 703 12.347 323 4.85 14.96 0.0100 -0 

2.04 0.1440 9.0 0.0073 124.3 1. 371 713 12.564 373 5.70':' 15.92 0.0111':< 
2.19 0.1429 11.0 0.0078 146.5 1. 786':~ 723 12.803 423 6.51 17.10 0.0118 
2.32 0.1422 13.1 0.0080 177.1 2.342 733 13.039 17.62 0.0123':' 
2.45 0.1413 14.4 0.0085 198.3 2.732* 743 13.262 CURVE 38 19.23 0.0135 
2.68 0.1401 16.0 0.0088 230.5 3.310 753 13.498 21.00 0.0154':' 
2.79 0.1400 17.3 0.0094 273.1 4.052* 763 13.751 1 0.048 22.34 0.0171 
2.93 0.1390 18.6 0.0099 292.2 4.368 773 14.000 3 0.042 24.16 0.0200':' 
3.21 0.1369 20.3 0.0114 309.6 4.656':' 5 0.040 26.00 0.0232 
3.26 0.1366':, 22.1 0.0136 329.8 4.996':' CURVE 34 10 0.037 27.04 0.0253':' 
3.49 0.1359 22.9 0.0147 351.0 5.353 10 0.00732 15 0.040 28.78 0.0286 
3.55 0.1359':' 23.8 0.0159 371.2 5.693':< 20 0~042 29.52 0.0327 :-I 
3.71 0.1352 26.2 0.0190 20 0.01347 25 0.047 30.98 0.0379':' 

30 0.0311 n 
4.15 0.1344 28.2 0.0225 CURVE 33 30 0.058 31.34 0.0390':' 

40 0.07499 34.92 0.0498 n 
50 0.1533 ::E: 

CURVE 22 CURVE 28 373 5.843 CURVE 39 37.07 0.0604 -
383 6.019 60 0.2661 38.38 0.0678':' 

0.27 0.0689 924 26.1 :1:0.7 393 6.184 70 0.4072 1 0.153 40.37 0.0808 
0.32 0.0689 1024 26.1 ±0.7 403 6.357 80 0..56.,83 3 0.144 42.57 0.0871':' 
0.39 0.0681 413 6.538 90 0.7443 5 0.136 44.37 0.107 
1.44 0.0669 CURVE 29 423 6.719':' 100 0.9284 10 0.123 48.21 0.134 
1. 82 0.0662 433 6.889 120 1. 3078 15 0.120 50.71 0.158 
2.09 0.0660 4.2 0.00709 443 7.063':< 140 1. 6900 20 0.127 52.98 0.181':' 
2.34 0.0659 78 0.538 453 7.244 160 2.069 25 0.137 57.43 0.223 
4.20 0.0654 273 4.17 463 7.406 180 2.442 61.11 0.282 

473 7.591* 200 2.808 CURVE 40 67.0 0.318>!< 
CURVE 23 CURVE 30 483 7.758 220 3.169 71.0 0.398 

493 7.952 240 3;525 1 0.365 79.0 0.508 
4·2 0.037 4.2 0.287 503 8.120 260 3.877 3 0.34 89.0 0.668 

300 4.440':< 273.2 4.108 78 0.848 513 8.317 5 0.32 101 0.818 
CURVE 24 273 4.38 523 8.493':' 295 4.487* 10 0.29 110 0.988 

4.2 0.0051 533 8.684 CURVE 35 20 0.275 111 1. 018':' 

300 4.437* CURVE 31 543 8.839 30 0.30 123 1. 208 
553 9.099 80 0.82 40 0.37 132 1. 30R 

CURVE 25 4.2 0.061 563 9.307 273 3.91 146 1.628* 
78 0.573 573 9.522':< 373 5.56 153 1. 708':' 

4.2 0.098 273 4.23 583 9.721 460 7.27 158 1. 768':' 
273 3.5 ±0.5 593 9.929 166 1. 898 

175 2.048* 

o)~ Not shown in figure. 



TABLE 8. 

T p 

CURVE 41 (cont.) 

188 2.258 
224 2. 838~< 
250 3.248 
263 3. 438~< 
271 3.568 
280 3. 708~< 
283 3.748 
289 3.838 

CURVE 42 

4.65 0.0101 
4.86 0.010p:< 
5.22 0.0101':< 
5.55 0.0101 
6.00 0.0102':< 
6.61 0.0103 
7.26 0.0103':< 
8.11 0.0105 
9.55 0.010·g 

10.72 0.0111 
11.22 0.011:3':< 
12.20 0.0115 
12.83 0.011a 
13.52 0.0121 
14.03 0.0123 
14~79 0.0126':< 
15.07 0.0131 
15.85 0.0133>:< 
16.95 0.0146 
17.79 0.0152':< 
19.15 0.0163 
20.70 0.0184>:< 

!eo 22.24 0.0201 
"V 24.16 0.0232 :r 
~ 25.89 0.0264':< 
n 26.86 0.0285 ::r 
III 

28.78 0.0319':< !i 
::0 29.65 0.0363 
~ 31.48 0.0430':< 
~ 31.70 0.0444 
1 34.36 0.0551':< 
< 37.07 0.0673 ~ 
~ 38.·92 0.0749 
z 40.56 0.0883 
!:» 42.08 0.0947':< 
~ 45.00 0.124 ; 48.50 0.148 >:< ..... 
-0 

>:< Not shown in figure. 

EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY or MAGNESIUM Mg (Temperature Dependence) (continued) 

T p 

CURVE 42 {cont.} 

50.83 0.174':< 
52.62 0.202 
57.16 0.249>:< 
61. 53 0.314 
63.0 0.34':< 
67.0 0.40 
72.0 0.47':< 
79.0 0.60 
89.0 0.79 

1(J1 0.98 
1(J9 1.20':< 
111 1.16':< 
123 1.47 
1:32 1.56>:< 
147 1.93 
153 2.03':< 
157 2.11>:< 
lE6 2.26 
175 2.45':< 
188 2.69 
225 3.38':< 
250 3.85 
263 4.08 
272 4.24':< 
280 4.40 
2E4 4.44':< 
289 4.56':< 

CURVE 43 

973 28.6 
1023 28.5 
1074 28.3':< 
1124 28.1 
1171 27.9 

CURV.E 44 

~O 10.00 
273 18.20 

CURVE 45 

273.15 3.90* 
373.15 5.54* 
573.15 10.00 

T p 

CURVE 46 

20.35 
77.90 
90.05 

273.15 
291.15 
373.15 

0.0492o!\-
0.505 
o. 686~~ 
3.543 
3. 813oj~ 
5.044* 

CURVE 47oj~ 

20.35 
77.90 
90.05 

273.15 
291.15 
373.15 

0.062 
0.503 
0.685 
3.576 
3.848 
5.087 

CURVE 48 

291.15 3.957 

CURVE 49"1-

291.15 3.993 

CURVE 50 

291.15 4.218 

CURVE 51* 

291.15 4.272 

CURVE 52 

291. 15 4. 283 

CURVE 53"~ 

291.15 4.373 

CURVE 54 

291.15 4.468 

CURVE 55-1(0 

20.35 0.0602 
77.90 0.582 

T p 

CURVE 55 (cont.)-l~ 

90.05 
273.15 
291.15 
373.15 

0.795 
4.179 
4.492 
5.916 

CURVE 56"1-

20.35 
77.9'0 
90.05 

273.15 
291.15 
373.15 

0.0579 
0.582 
0.797 
4.201 
4.516 
5.949 

CURVE 57* 

20.35 
77.90 
90.05 

273,,15 
291.15 
373.15 

0.0573 
0.579 
0.793 
4.179 
4.492 
5.917 

CURVE 58* 

291.15 4.54 

CURVE 59':' 

291.15 3.77 

~ 
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470 T. C. CHI 

4.3. Calcium 
Calcium, with atomic number 20, is a silvery-white 

moderately soft metal. It has a face-centered cubic crystal
line structure, which transforms to body-centered cubic 
form around 720 K. Its density is 1.55 gm cm-3 at 293 K. 
It melts at 113 K and boils at 1795 K. Impure calcium 
can also occur in a close-packed hexagonal form, which is 
stabilized by the impurities in calcium and is stable be
tween about 523 and 720 K. Naturally occurring calcium 
is composed of six stable isotopes, the most abundant being 
40Ca which constitutes 96.97%. Eight other radioactive 
isotopes are known to exist. Calcium is the fifth most 
abundant element in the earth's continental crust, of which 
it forms 4.15% by weight. 

Temperature Dependence 
Thp.rp. arp. 16 sP.ts of experimental data available for the 

electrical resistivity of calcium. The information on speci
men characterization and measurement condition for each 
of the data sets is given in table 10. The data are tabulated 
in table 11 and shown in figures 6 and 7. Determinations 
of the electrical resistivity for both the solid and liquid 
states cover continuously the temperature range from 1.36 
to 113H K. 

The data for the electrical resistivity of calcium show 
considerable scatter. Around room temperature, there is a 
sudden jump from the low-temperature data to those above 
room temperature as if there is a phase transition. This 

discrepancy is probably due to specimen contamination at 
higher temperatures. Katerberg et al. [68] (curve 10) 
found a small discontinuity near the phase transition tem
perature around 720 K. The data of Smith et at [69] 
(curves 4 and 5) also show slope changes near the transi
tion, which, however, give a quite different shape from that 
indicated by the data of Katerberg. The data of Swischer 
[70] (curves 14-16) do not show any discontinuities. The 
recommended values were generated based on the data of 
Cook and Laubitz [71] (curve 12) and Kayser and Soder
quist [72] (curve 1). A least-mean-square-error fit was 
made with the modified Bloch-Griineisen equation (8) to 
the selected data for p-po from 30 to 300 K and to the 
estimated values up to 1113 K. At the phase transition 
temperature around 720 K the possible discontinuity was 
ignored. The following results were ohtained for the co

efficients in equation (8): 

Sa 
3.311·10...s0 m 0.296.10-80 m O.OS7 ·1O...s0 m 

(OR)O C P 
300.9 K 0.0281 2.0 

TIlt~ DeLye temperature deduced from specific heat meas

urements is 234±5 K which is about 20% lower than the 
present value for OR' The resulting values from equation 
(8) were then corrected for thermal linear expansion to 
become the final recommended values. 

TABLE 9. RECOMMENDED ELECTRICAL RESISTIVITY OF CALCIUM 
(Temperature Dependence) 

[Temperature, T, K; Total Resistivity, 0, 10-8 Q m; Intrinsic Resistivity, Pi' 10-8 " m] 

T P 
1 0.045* 
4 0.045* 
7 0.046"~ 

10 0.047"" 
15 0.051* 

20 0.060* 
25 0.075* 
30 0.100* 
35 0.133* 
40 0.175 

45 0.224 
50 0.277 
60 0.396 
70 U.a~~ 

80 0.652 

90 0.782 
100 0.913 
110 1.04 
120 1.17 
130 1.30 

140 1.43 
150 1.56 
175 1.88 
200 2.19 
225 2.51 

* Provisional values. 

Pi 

0.130 

0.179 
0.232 
0.351 
V.4,(,{ 
0.607 

0.737 
0.868 
0.997 
1.12 
1.25 

1.38 
1.51 
1.83 
2.14 
2.46 

T 

1113 
1150 

Solid 

Liquid 

T 

250 
273.15 
293 
300 
350 

400 
450 
500 
5bU 
600 

650 
700 
750 
1500 
850 

900 
950 

1000 
1100 
1113 

P 
33.0* 
33.0* 

P Pi 
2.82 2.77 
3.11 3.06 
3.36 3.31 
3.45 3.40 
4.09* 4.04* 

4.73* 4.68'~ 
5.37* 5.32* 
6.02* 5.97* 
6.615'° 6.63'" 
7.35* 7.30* 

8.02* 7. ff7* 
8.70',\ 8.65* 
9. 38'~ 9.33* 

10.0 + 10.0 ". 

10.7 * 10.7 * 
11.4 * 11.4 * 
12.1 * 12.1 * 
12.8 * 12.8 "" 
14.3 »: 14.3 * 
14.5 * 14.5 * 

The recommended values for the total electrical resistivity are for 99. 96-t% pure calcium 
and those at temperatures below 30 K are applicable only to a specimen with residual 
resistivity of 0.045 x 10-8 {/, m. 
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Only one data set is available on. the electrical resistivity 
of calcium in the liquid state. Van Zytveld et al. [50] 
(curve 6) found that the temperature dependence of elec
trical resistivity is small and weakly negative. At the 
melting point (1113 K), the electrical resistivity of calcium 
in the liquid state is about 126% higher than that of solid 
calcium. 

total resistivity are also shown in figures 6 and 7. The 
recommended values for the total electrical resistivity are 
for 99.96+% calcium and those below 30 K are appli
cable only to a specimen with residual resistivity of 
0.045.10-80 m. The recommended values from 1 to 293 K 
are corrected for the thermal linear expansion. The cor
rection amounts to -0.47% at 1 K, -0.38% at 100 K and 
-0.2% at 200 K. The uncertainty in the recommended 
values for the total electrical resistivity is believed to be 

The recommended values for the total and intrinsic elec
trical resistivities are listed in table 9, and those for the 

E 
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within ±10% below 40 K, within ±5% from 40 to 300 K, 
and within ±20% from 300 to 1150 K. Above 40 K the 
uncertainty in the recommended values for the intrinsic 
resistivity is slightly higher than that in the total electrical 

resistivity because of the possible deviations from the 
Matthiesen's Rule; below 40 K the Pi values are very un
certain and are not listed in the table. 
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TABLE 10. MEASUREMENT INFORMAIION ON THE ELECTRICAL RESISTIVITY OF CALCIUM Ca (Temperature Dependence) 

Cur. Ref. Method Temp. N:l.me and 
Author(s) Year Specimen Composition (wejght percent), Specifications, and Remarks 

No. No. Used Ranse,K Designation 

1 72 Kayser, F. Y. and Soderquist, S.D. 1967 4.2-300 Ca 99.96 Ca, 0.025 Sr, 0.005 O2• 0.003 H2• 0.0015 Mg, 0.0011 Mn; 0.0625 in. 
diameter wire specimens; annealed for 2 hr at 525 K under 8 x 10:-6 torr; 
P273.2 K = 3.16 ",0 em. reported error ±2%. 

2 73 Cook, J. G. and Van der Meer, 1973 325-425 Ca 99+ purity, smoothed values extracted from table, data uncorrected for thermal 
M.P. expansion; resistance ratio 3. m ... 

3 74 Rinck, E. 1931 289 Ca Pure calcium was prepared by diffusion technique, 1. 245 cm in diameter and 
m 
n 

10 cm long cylindrical sample. -t :;a 
4 69 Smith, J. F., Carlson, D. N. , 1956 B 273-973 CaA 99.66 Ca, ,0.3 Mg, 0.025 N, 0.006 Fe, 0.001 AI, 0.004 Mn; sample was heated n 

and Vest, R. W. at 600 C for 8 hr ,after four successive distillation at 900 C; 0.2 in. in dia- » ... 
meter and 5 in. long. :;a 

5 69 Smith, J. F., et al. L956 B 273-973 CaC 99.96 Ca, 0.01 Mg, 0.011 N, 0.010 Fe, 0.001 AI, 0.005 Mn; 0.2 in. in diameter m 
and 5 in. long. in 

-t 
6 50 Van Zytveld, J.B., Enderby, J.E •• L972 1123-1138 99.9 pure, 0.001 each AI, Fe, 0.02 N2, 0.001-0.002 each Co, Be, B, 0.001-0.02 < 

and Collings t E. M. Li, 0.01-0.05 Mg; sample was obtained from Atomergic Chemetals Co. =i 
-< 

7 27 Meissner, W. and Voigt, B. 1930 1. 36-273. 16 Ca 1 Pure; specimen was enclosed in a glass tube filled with helium gas; specimen 
0 dimension 1. 2 x 1. 2 x 59 mm; electrical resistance was measured by COID- -n 

pensation method with a mirror galvanomete,r; no thermal expansion correctIon » for electrical resistivity data. ... 
Frank, V. and Jeppesen, O.G. L953 293.15 99+ Ca; 0.203 ±O. 002 mm thickness, 17~m width, 48-mm long; density = " 8 75 Ca ~ 

1.543 ±0.004 g cm-3,lattice constant = 5.59 ±O.Ol x 10-8 cm (face-centered ... 
cubic) • i 

9 68 Katerberg, J., Niemeyer, S., 1975 A 308-944 99.5 pure, major metallic impurities were other alkaline earth metals; speci- m 
Penning, D., and Van Zytveld7 J.B. men was supplied by Atomergic Chemetals Co.; the sample was mounted on ~ 

:=a stainless steel and high purity alumina with their surfaces exposed to the .... 
dynamic vacuum; measurements were taken with sample held under an atmos- ::z:: 
phere pressure of pure' intert gas; data was extracted from figure. m ... 

10 68 Katerber.-g, J., et al. 1975 A 300-902 Similar to the above specimen except it was supplied by Hall Co.; data was ex- m 
~ 

!- tracted from the graph. m 
"V 11 71 Cook, J. G., Laubitz, M. J., and 1975 A 4.2-299.3 Ca 2 High purity (99% pure) Ca was sublimed at 1100 Kin anAr atmosphere of 6 rom 

Z 
:r -t 
'< Van der Meer, M.P. Hg onto a 304 stainless steel plate kept near 570 K; cylindrical sample was '" !II 
n cast from the purified by filling 1. 2 cm diameter tubes with dendrites, welding ::r-
411 caps onto their ends, heating them above the melting points of Ca in a vacuum 
~ furnace and then slowly cooling them; the resistance ratio near 10. 
::a 
~ 12 71 Cook, J. G., et al. 1975 D 4.2-306.27 Ca 3 Similar to the above specimen; except Ta tubing and caps were used; the resis,"" 
~ tance ratio was near 70. Q 

1 13 71 Cook, J. G., et al. 1975 A 324.09-4731 Cal 99% pure commercial calcium. 
< 
!!- 14 70 Swisher, C. L. 1917 B 297-569 0 99.57 pure; specimen was obtained from Kalilbaum; wire specimen 0.23 em in 
~ diameter and 10.4 cm in length; measurements were taken in vacuum. 
Z 15 70 Swisher, C. L. 1917 B 295-631 P Similar to the above specimen; except 0.27 cm in diameter and 10.0 cm in length. ~ 

~ - 0l:Io .., 
;j :c: 
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TABLE 10. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF CALCIUM Ca (Temperature Dependence) (Continued) 

Author(s) Year 

Swisher, C. L. 1917 

Method 
Used 

B 

Temp. 
Range,K 

295-535 

Name and 
Specimen 

Designation 

Q 

CompOSition (Vleight percent), Specifications, and Remarks 

Similar to the above specimen; except 0.275 em in diameter and 7.5 em.in 
length. 

~ 

~ 

:-t 
~ 
n 
:5 



TABLE n. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF CALCIUM Ca (Temperature Dependence) 

{Temperature, T, K; Resistivity, p, 10-6 Om] 

T p T P T P T P T P T P 

~ CURVE 4 ~cont.} CURVE 5 ~ cont. } CURVE 9 {cont.} CURVE 10 (cont.) CURVE 12 {cont.) 

4.2 0.085 589 13.1 800 13.3 520 9.34* 538 10.54 50.61 0.2871 
1.1 0.085 600 14.0 818 14.1 534 9.53* 561 11. 09* 60.07 0.3978 

19.5 0.105 614 15.0 834 14.6 548 9.65 585 11.38 70.96 0.5315 
22.2 0.116 630 16.0 856 15.3 565 9.80* 597 11.56* 87.54 0.758 
71.4 0.685 646 16.6 874 15.9 579 10.03* 623 12.01 106.31 1. 003 

139.7 1.50 664 17.0 886 16.6 591 10.20 642 12.56* 122.07 1.213 m 
191.0 2.14 674 17.1 913 17.4 604 10.44* 654 12.77 137.48 1.408 

r-
m 

19~.9 2.20 714 17.1 934 18.2 617 10.67* 676 13.01* 153.72 1. 615 n 
273.5 3.17 746 17.3 964 19.3 633 10.85* 689 12.93 167.70 1. 794* -t 

;a 
301.1 3.53 758 17.3 986 20.3 645 11.11 696 12. 90~~ 183.43 1.991 n 

782 17.8 1007 21. 3 660 11. 38~' 701 12. 98~ 198.37 2.179 l> 
CURVE 2 808 18.3 672 11.58* 707 13.07* 198.37 2.179* r-

828 18.5 CURVE 6 701 11.75 716 13.16. 214.63 2.379 ~ 
325 5.50 853 18.7 708 12.02* 728 12.87"1- 229.00 2.564 m 
375 6.37 874 19.2 1123 33.0 ±1.4 721 12. 27'1r 738 13.53 255.20 2.886 iii 
425 7.46 899 19.5 1136 33.0 ± 1.4 737 12.57* 753 13.79* 259.47 2.945 :! 

911 19.8 747 12.75* 775 14.08 277.46 3.203 < 
CURVE 3 923 19.9 CURVE 7 757 12.93 800 14. 474~ 291.13 3.325 =i 

934 20.3 775 13.28* 816 14.70 305.53 3.50741- -< 
289 4.3 946 20.9 1.36 1.131 786 13.47* 831 14.97* 306.27 3.545 0 958 21.3 4.22 1.137 807 13.85 853 15.35* ." 

CURVE 4 20.45 1.432 824 14.15'11- 863 15.60 CURVE 13 » ~ 77.59 1. 781 837 14.44* 884 15.95* ,.. 
2.87 4.0 83.57 1. 856 860 14.85 894 16.19* 324.49 5.501* " 291} 4.1 287 4.2 273.16 4.050 871 15.16* 902 16.41 373.87 6.378* l> 
311} 4.5 317 4.5 884 15.48* 427.5 7.521 r-

322 4.7 338 5.0 ~ 898 15.70 CURVE 11 473.1 8.720 Z 
335 4.9 360 5.2* 913 16.01* m 
345 5.1 380 5.4 293.15 3.60 ±O. 03 924 16.15* 4.2 0.369 CURVE 14 m 
359 5.3 398 5.7 934 16.39* 23.0 0.393 l> 
371} 5.6 420 5.9 CURVE 9 944 16.66 35.0 0.468 297 4.6 ~ 
381 5.8 450 ----6.5 49.6 0.622 356 5.2 ::z:: 
395 6.2 475 6.9 308 4.83 CURVE 10 64.6 0.83.3 437 6.44 m 
404 6.4 506 7.2 315 4.78* 94.89 1. 261 517 7.68 r-m 
4H 6.7 537 7.8 323 5.26 300 4.78 101. 46 1. 359 569 8.44 ~ 
433 6.9 559 8.2 338 5.53* 305 4.90* 150.68 2.069 657 10.36 m 

~ 445 7.1 580 8.4 354 5.80 316 5.09 200.01 2.734 753 11.28 Z 
"'0 45~ 7.3 599 8.7 369 6.-03* 336 5.45* 200.42 2.758* 797 12.08 -t :r '" ~ 482 8.0 622 9.1 382 6.19'11- 355 5.71* 249.70 3.442 841 12.80 
n 507 8.7 643 9.5 395 6.34 371 6.09 253.62 3.495 881 13.76 
:r 52) 9.2 659 9.8 412 6.76* 407 6.82 299.3 4.139* 111 

Ell 533 9.7 675 10.0 428 7.08 432 7.31* CURVE 15 
:III 544 10.4 699 10.6 443 7.35* 462 7.96* CURVE 12 
~ 553 10.6 725 11.0 466 8.10 476 8.40 295 4.76 

f 564 11.0 760 11.8 474 8.29'11- 492 8.89'11- 4.2-: 0.045'11- 375 5.66 
567 11.5 775 12.3 490 8.80 506 9.37 30.43 0.1037 443 6.97 1 571 12.1 785 12.8 503 9.11'11- 523 9.99* 40.34 0.1777 518 8.07 

< 
~ 

~~ JiJot -shown ill figure. tR 
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CURVE 15 (cont.) 

565 8.85 
631 9.95 
647 10.30 
663 10.45 
724 11.12 
791 12.30 
873 13.80 

CURVE 16 

295 4.78* 
314 5.02 
321 5.14 
333 5.33 
359 5.56 
377 5.88 
384 6.05 
411 6.50 
451 1.33 
484 7.93 
535 8.36 
555 8,73 
583 9.04 
616 9.58 
631 9.87 
670 10.59 
725 11.23 
773 12.05 
836 13.05 
873 13.88 
878 14.00 

*' Not shown in figure. 

TABLE II. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF CALCIUM Ca (Temperature Dependence) (Continued) 

[Temperature, T, K; Resistivity, p, 10-8 Om] 
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4.4. Strontium 

Strontium, with atomic number 38 is a silvery-white 
metal, resembling calcium in its properties but softer. It 
exists in three structural modifications: face-centered cubic 
a-Sr stable below 488 K, close-packed hexagonal f3-Sr stable 
between 488 and 815 K, and body-centered cubic y-Sr stable 
above 815 K. The density of a-Sr is 2.60 g cm-3 at 293 K. 
The metal melts at 1042 K and boils at about 1645 K. At 
room temperature and a high pressure of 3.5 X 109 Pa, 
a-Sr undergoes a phase transformation to a body-centered 
cubic structure similar to y-Sr. Naturally occuring strontium 
is composed of four stable isotopes, the most abundant 
being 8SSr which constitutes 82.56%. Twelve other radio
active isotopes are known to exist, one of which, the longest
lived 90Sr with a half life of 28.1 years, is of great impor
tance. This radioactive isotope is one of the best long-lived 
high energy beta emitters known and is very useful. BuL iL 
also is a product of nuclear fallout and presents a. health 
problem. Strontium is the fifteenth most abundant element 
in the continental crust of the earth (0.0375% by weight). 

Temperature Dependence 

There are 11 sets of experimental data available for the 
temperature depemiem.ie of the dectIical re;:,i:stivity of 

strontium. The information on specimen characterization 
and measurement condition for each of the data sets is 
given in table 13. The data are tabulated in table 14 and 
shown in figures 8 and 9. Determinations of the electrical 
resistivity for both the solid and liquid states cover the 
temperature range from 1.32 to 1093 K. 

The data of Messiner and Voigt [27] (curves 8 and 9), 
Rinck [76] (curve 11), McWhan, Rice, and Schmidt [77] 
(curves 1-3), and Rashid and Kayser [78] (curve 4) were 
not for high-purity specimens. At temperatures helow 815 K 
the recommended values are based on the data of Cook 
and Van der Meer [73] (curve 6), Rashid and Kayser [78] . 
(curve 5), and Katerhcrg et 0.1. [68] (ourve 10). These 

three sets of data for 99.5% pure specimens appear to he 
reasonably consistent. At least-mean-square-error fit was 
made with the modified Bloch-Griineisen equation (8) to 
the selected data for p-po from 50 to 800 K. The following 
results were obtamed for· the coefficients in equation (8): 

Sl Sa S3 
6.015'10-80 m -0.02743'108-0 m 0 

(8R) 0 C P 
142.7 K 0.0108 0 

The Dehye temperature deduced from specific heat meas
urements is 147 K which is very close to the present value 
for ()R' The resulting values from equation (8) were then 
corrected for thermal linear expansion to become the final 
recommended values. 

There appears to be no discontinuity in the electrical 
resistivity at the temperature of 488 K where the transition 
from a-Sr to f3-Sr occurs. However, at the p-Sr to y-Sr 
transition around 815 K, there is a sudden jump of about 
40% in the resistivity values. Above 815 K the recom
mended resistivity values are based on the data of Kater
berg et a1. [68] (curve 10). Their data were fitted with a 
linear logarithmic equation up to the melting point resulting 
in the following equation: 

10gloP == 1.6233 + 1.137 X loglo T 
815 K ~ T~ 1042K (13) 

Only one set of data is available on the electrical resis
tivity of strontium in the liquid state. Van Zytveld et al. 
[50] (curve 7) found that the temperature dependence of 
electrical resistivity is small and weakly negative. At the 
melting point (1042 K), the electrical resistivity of 
strontium in the liquid state is about 31 % higher than that 
uf :;uliJ :sll-uuliuw. 

The recommended values for the total and intrinsic elec
trical resistivities of strontium are listed in table 12, and 
those for the total electrical resistivity are also shown in 
figures 8 and 9. The recommended values for the total elec
trical resistivity are for 99.95 + % pure strontium and those 
at temperatures below 30 K are applicable only to a speci
men with residual resistivity of 0.80 X 10-80 m. The rec
ommended values from 1 to 293 K are corrected for the 
thermal linear expansion. The correction amounts to 
-0.54% at 1 K, -0.42% at 100 K, and -0.21% at 200 K. 
The uncertainty in the recommended values for the total 
electrical resistivity is helieved to be within ± 10% . below 
50 K, within ±5% from 50 to 815 K, within ±10% from 

815 to 1042 K and within ±20% above 1042 K. Above 
40 K, the uncertainty in the recommended values for the 
intrinsic resistivity is slightly higher than that in the total 
electrical resistivity because of the possible deviations from 
the Matthiessan's Rule; below 40 K Pi values are very un
certain and are not listed in the table. 
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TABLE 12. RECOMMENDED ELECTRICAL RESISTIVITY OF STRONTIDM 
(Temperature Dependence) 

[Temperature, T, K; Total Resistivity, p. 10- 8 O. m; Intrinsic Resistivity, Ri. 10-8 n mJ 

T 

1 
4 
7 

10 
15 

20 
25 
30 
35 
40 

45 
50 
GO 

70 
80 

90 
100 
110 
120 
130 

140 
150 
175 
200 
225 

p 

0.800'" 
O. 800'~ 
0.800* 
0.805* 
0.835* 

0.918* 
1. 065* 
1. 257-;-

1.460* 
1. 700",< 

1. 94'~ 
2.18 
2.GO 

3.16 
3.64 

4.12 
4.58 
5.04 
5.50 
5.94 

6.39 
6.84 
7.95 
9.04 

10.2 

'!' Provisional values 

1.14* 
1. 38 
1.,88 
2.36 
2.84 

3.32 
3.78 
4.24 
4.70 
5.14 

5.59 
6.04 
7.15 
8.24 
9.35 

T 

1042 
1093 

Solid 

Liquid 

T 

250 
273.15 
293 
300 
350 

400 
450 
50U 
550 
600 

650 
700 
7:::;0 

800 
815 

815 
950 

1000 
1042 

p 

84.8* 
84.7* 

p 

11.3 
12.3 
13.2 
13.5 
15.7 

17.8 
20.0 
22.2 
24.5 
26.7 

28.9 
31.2 
33.4 
35.6 
36.1 

48.8* 
54.5* 
62.2'l: 
65.6* 

10.5 
11.5 
12.4 
12.7 
14.9 

17.0 
19.2 
21.4 
23.7 
25.9 

28.1 
30.4 
32.6 

34.8 
35.3 

48.0* 
53.7* 
61.4* 
64.8* 

The recommended values for the total electrical· resistivity are for 99. 95-kfo pure strontium 
and those at temperatures below ::lO K are lIppli~lIhlA only to 1I spel'itnen with rl'>sidllal 
resistivity of 0.80 x 10-an m. 
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Cur. Ref. 
No. No. 

1 
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5 

6 

7 

8 

9 

10 

11 

77 

77 

77 

78 

78 

73 

50 

27 

"27 

68 

76 

TABLE 13. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF STRONTIUM S1" (Temperature Dependence) 

Author(s) Yaar 

McWhan, D. B., Rice, T. M. , 1969 
and Schmidt, P. H. 

McWhan, D.B., et al. 1969 

McWhan, D. B., et al~ H69 

Rashid, M. S. and Kayser, T.X. B71 

Rashid, M. S. and Kayser, T.X. 1971 

Cook, J. G. and 1973 
Van der Meer, M.P. 

Van Zytveld, J. B., Enderby, J. E., 1972 
and Collings, E. M. 

Meissner, W. and Voigt, B. 1930 

Meissner, W. and Voigt, B. 1930 

Katerberg, J., Niemeyer, S., 1975 
Penning, D., and Van Zytveld, J. B. 

Rinck, E. 1S52 

Method 
Used 

A 

A 

A 

A 

A 

Temp. 
Range,K 

4.2,298 

4.2,298 

4.2,298 

80-400 

Name and 
Specimen 

Designation 

Sr 4 

Sr 5 

Sr 6 

Sr 

273,298 Sr (distilled) 

4.2-300 Sr 

1043-1093 Sr 

1.32-273 Sr 1 

1. 32-273 

294-912 

Sr 2 

Composition (weight per:!ent), Specifications, and Remarks 

98.1 Sr, 1. 9 (Mg, Ca, Ba), 0.04 other; R298/4. 2 :::: 5; samples were made 
from metal purified by fractional distillation. 

98.8 Sr, 1. 2 (Mg, Ca, Ba), 0.05 other; R298/ 4 . 2 :::: 4. 

98.6 Sr, 1.4 (Mg, Ca, Ba), 0.03 other; R298/4.2:::: 24. 

98+ Sr, 0.2"each Ba, Ca, 0.025 Mg, 0.03 each Fe, N2, 0.015 AI, 0.05 (Li-f 
Na +K); 3.8 mm diameter, 10 mm long wire specimen annealed at 470 K 
for 16 hr, 3 times. 

Same as above except the specimen was distilled at 1140 K. 

99+ purity; P"(273.2)/P(4.2) :::: 15.5 

99.5 pure, < O. 08 Fe, 0.05 each AI, N2, Ba, Mg, Ca, 0.01 012, 0.1 others; 
specimen was obtained from Atomergic Chemetals Co. 

< 0.1 Fe; specimer. was in a !!;lass tube with helium; specimen size was 0.5 x 
2.5 x 34 mm; the electrical resistance was measured by compensation 
method with a mirror galvanometer; no thermal expansion correction for 
electrical resistivity data. 

Similar to the above specimen except it was heated in vacuo for 3 hr at 160 C. 

99.5-99.7 purity specimen was obtained from Atomergic Chemetals Co. ; the 
measurements Were taken with sample held under an atm of pure inert 
gas; data were Extracted from figure. 

Pure, double distilLed specimen was obtained from Pechiney Co. ; cylindrical 
specimen about 10 em long; melting point 1041 K; data were extracted 
from graph. 
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... TABLE 14. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF STRONIUM Sr (Temperature Dependencel .a:.. co 
"'CI 

[Temperature, 'T, K; Resistivity, p, 10 41 Om] ~ :r 
'< 
!II 
n T p T P T P 'r P T P :r 
(II 

!! 
CURVE 4 (cont.) CURVE 8 ( cont. ) CURVE 10 (cont.) CURVE 11 (cont.) ::11:1 CURVE 1 

~ 
a 4.2 3.7. 302.6 15.13* 20.40 2.662 763 33.81 756 68.8 
Q 

~ 298 18.5 312.2 15.59 77.75 7.005 779 34.59 775 70.2':-

< 317.1 15. 77>'~ 86.32 7.717 793 35.23 787 71. 0':-
~ CURVE 2 321.7 15.92 273.16 22.31 801 36.60 794 73.4':-
!» 326.7 16.09':< 819 49.02 804 76.0 
z 4.2 5.08 330.8 16.53 CURVE 9 835 49.98 815 79.0':< 
~ 298 20.3 335.6 16.71>:· 844 50.64 825 82.6':< 
~ 340.1 17.03 1. 32 1.586 856 51.33 834 84.2':< 
:0 CURVE 3 344.9 17.22':< 4.20 1.595 869 52.27 846 85.0':< 
:tt 349.6 17.35':< 20.40 1.978 892 53.89 855 85.9 

4.2 0.90 353.9 17.82 77.75 5.143 908 55.03 864 86.4':< 
298 21.6 358.5 17.99':< 86.32 5.639 913 55.43 876 87. 3~< 

362.8 18.17 273.16 17.02 888 88.4':< 
CURVE 4 367.3 18. 51'!< CURVE 11 904 89.9 

371.6 18.77 CURVE 10 913 90.6':-
80.2 4.49 377.4 18. 96'!' 285 22.1 926 91.4 
92.8 5.07 379.7 19. 24'!' 294 12.94 309 24.3 

104.1 5.47 383.6 19.53 310 13.63 322 25.2* 
113.9 6.02 388.1 19.80* 322 14.21 343 26.9 
122-.9 6.42 391.0 20.05 342 15.14 365 28.8':< :-t 
132.1 6.86 359 15.84 388 30.6':< p 
140.1 7.38 CURVE 5 378 16.72 406 32.4 n 
147.8 7.76 390 17.28 420 34.1':' :5 155.4 8.09 272.7 12.46 399 17.70 431 35.1':< 
163.1 8.51 297.9 13.46 408 18.01>:' 444 36.6':< 
170.9 8.76 414 18.26 455 38.5 
184.8 9.55 CURVE 6 422 18.62 469 40.7':' 
192.2 9.93 438 19.38 479 42.7':< 
198.8 10.13* 4.2 0.806 454 20.12 491 44.4* 
205.0 10.47 50 2.18 471 20.84 5C4 45.6 
211.1 10.73':< 100 4.50 499 22.00 514 46.9':< 
217.1 11.07 150 6.82 514 22.75 526 47.6':< 
222.8 11.35',< 200 9.12 527 23.42 539 48.3':< 
228.9 11.64 250 11.38 548 24.33 5E2 49.0 
234.3 11.88* 273 12.5 ':. 570 25.26 560 50.2~< 

239.7 12.15 300 13.65 587 25.92 570 50.6* 
245.9 12.43 602 26.80 583 51.2* 
251~2 12. 69~ CURVE 7 617 27.60 593 52.0>:< 
256.3 12.98 629 28.20 6()4 53.3 
262.0 13.25* 1043 84.8±2.0 648 29.00 624 55.2':' 
267.4 13.49 1093 84.65 ±2.0 667 29.76 648 57.2 
272.2 13. 7&~ 683 30.38 6E8 58.8':' 
277.4 13.99 CURVE 8 697 30.96':< 685 60.4':< 
282.9 14.28',< 706 31.31 7()2 62.5 
288.0 14.50 1.32 2.416 724 32.11 716 64.3':< 
292.4 14.69)( 1.35 2.416 737 32.66 735 66.3':< 
297.7 14.93:< 4.21 2.416 747 33.14 741 67.2':< 

>:<Not shown in figure. 
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4.5. Barium 

Bariu~, with atomic number 56, is a soft, silver-white 
metal, resembling calcium chemically. It oxidizes very 
easily in air, melts at 1002 K, and boils at 2174 K. Its 
density is 3.5 g em -3 at 293 K. The critical temperature of 
barium has been estimated to he 3670 K. Barium crystal 
has a body-centered cubic structure. At a pressure of about 
5.9 X 109 Pa, the hody-centered cubic structure transforms 
to a close-packed hexagonal form. Naturally occurring 
barium is composed of seven stable isotopes, the most 
abundant being 138Ba, which constitutes 71.66%. Thirteen 
other radioactive isotopes are known to exist. Barium is the 
fourteenth most abundant eleptent in the continental crust 
of the earth (0.0524% by weight). 

Temperature Dependence 

There are 21 sets of experimental data available for the 
electrical resistivity of barium. The information on speci
men characterization and measurement condition for each 
of the data sets is given in table 16. The data are tabulated 
in table 17 and shown in figures 10 and 11. Determinations 
of the electrical resistivity for both the solid and liquid 
states cover continuously the temperature range from 1.26 
to 1451 K. 

The data for the electrical resistivity of barium show 
considerable scatter. At low temperatures, the data of 
Meissner and Voight [27] (curve 5), Meissner, Franz, and 
Westerhoff [79 J (curve 10), and of Rashid and Kayser 
[80J (curves 6 and 7) are not for high-purity specimen. 
Above room temperature, Rinck [81] found a distinct slope 
change about 650 K (curve 13) which he assumed to he 
due to phase change at this temperature. The data of 
Griintherodt, Hause, and Kunzi [82] (curve 9) are similar 
to Rinck's. The data of Grube and Dietrich [83] (curve 
14) also show a discontinuity near 650 K, which however, 
exhibits quite a different nature from that indicated hy the 
data of Rinck. The data of Katerberg, Nieneyer, Penning, 
and Van Zytveld [68] (curves 11 and 12) show no slope 
change at 650 K, but show a slope change near 530 K. 
Cook and Laubitz [84] presented data for pllTP. amI hy
drogen charged Ba from 300 to 750 K (curves 15-21). 
Their data for pure barium differ from all previous data 
and show no evidence of transition at any temperature. 

A least-mean-square-error fit was made with the modified 
Bloch-Griineisen equation (8) to the data of Cook and 
Laubitz [84] (with correction for the effect of hydrogen) 
and of Rashid and Kayser [SO] (curve 8) from 30 to 

750 K. The following results were obtained for the co
efficients in equation (8): 

S1 S2 S3 (OR)O C P 
5.870 .1O-8n m 0.3428 .1O-8n m o 72.8 K 0.0252 0 

The Debye temperature deduced from specific heat meas
urements is 110 K which is almost 40% higher than the 
present value for OR' The resulting values from equation 
(8) were then corrected for the thermal linear expansion 
and extrapolated to lower and higher temperatures to be
come the final recommended values. 

There are three data sets available on the electrical re
sistivity of barium in the liquid state. Van Zytveld, Ender
berg, and Collings [50] (curve 3) and Griintherodt et at 
[82] (curve 9) found that the temperature dependence of 
the electrical resistivity of liquid harium is small and 
weakly negative. However, Genter and Grosse [85] (curve 
2) found a very large positive temperature dependence. 
On comparison with the electrical resistivity data for other 
alkaline earth elements in the liquid state, indicated that 
the electrical resistivity of liquid barium should have a 
weakly negative dependence on temperature. The data' of 
Van Zytveld et al. and of Griintherodt et at were normal. 
ized by matching their value::; at the melting puiul uf 

1002 K. The normalized values were then least-mean-square
error fitted with a linear equation to yield the provisional 
values. At the melting point (1002 K), the electrical re
sistivity of barium in the liquid state is about 25% higher 
than that of solid barium. 

The recoIIllliended values for the total and intrinsic elec
trical resistivities are listed in table 15, and those for the 
total resistivity are also shown in figures 10 and 11. The 
recommended values for the total electrical resistivity are 
for 99.5+% pure barium and those at temperatures helow 
100 K are applicable only to a specimen with residual 
resistivity of 0.08 X 10-80 m. The recommended values 
from 1 to 293 K are corrected for the thermal linear expan
sion. The correction amounts to -0.5% at 1 K, -0.37% 
at 100 K, and -0.18% at 200 K. The uncertainty in the 
recommended values for the total electrical resistivity is 

believed to he within ±10% below 30 K, within ±5% 
from 30 to 750 K, and within ±10% from 750 to 1300 K. 
Above 40 K the uncertainty in the recommended values for 
the intrinsic resistivity is slightly highter than that in the 
total electrical resistivity hecause of the possible deviations 
from the Matthiesen's Rule; below 40 K the Pi values are 
very uncertain and are not listed in the table. 

J. Phys. them. Ref. Data, Vol. 8, No.2, 1979 
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TABLE 15. RECOMMENDED ELECTRICAL RESISTIVITY OF BARIUM 
(Temperature Dependence) 

(Temperature. T. K; Total Resistivity. p. 10-8 (. m; Intrinsic Resistivity, Pi. 10-8 n m] 

Solid 

T P Pi T P Pi 
0.081* 250 26.9 26.8 
0.082* 273.15 30.2 30.1 
0.104* 293 33.2 33.1 

10 0.lR9* :.lOO ~4. ~ ~4_9 

15 0.501* 350 42.4 42.3 

20 0.940* 400 51.4 51.3 
25 1.42 -* 450 61.4 61.3 
30 1.92 *' 500 72.4 72.3 
35 2.41 * 550 84.7 84.6 
40 2.91+ 000 98.2 98.1 

45 3.39 3.31 650 113. 113. 
50 3.88 3.80 700 130. 130. 
60 4.86 4.78 750 148. 148. 
70 5.84 5.76 800 168. * 168. * 
80 6.83 6.75 900 216. * 216. -e 

90 7.83 7.75 950 244. *' 244. * 
100 8.85 8.77 1000 275. * 275. * 
110 9.89 9.81 1002 276. * 276. * 
120 11.0 10.9 
130 12.0 11.9 

140 13.1 13.0 
150 14.3 14.2 
175 17.2 17.1 
200 20.2 20.1 
225 23.5 23.4 

Liquid 

T P 
1002 306. *' 1050 303. * 

* Provisional values 
The recommended values for the total electrical resistivity are for 99.5-1% pure barium and 
those at temperatures below 100 K are applicable only to a specimen with residlial resistivity of 
0.081 x 10-8n m. 

J. Phys. Chem. Ref. Data, Vol. 8, No.2, 1979 
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TABLE 16. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF BARIUM Ba (Temperature Dependence) 

Cur. Ref. Method Temp. Name and 
Author(s) Year Specimen Composition (weight percent), Specifications, and Remarks 

No. No. Used Range,K Designation 

1 73 Cook, J. G. and 1973 4.2-300 99+ purity; P(273)/P(4. 2) = 21.8; data were extracted from the smooth table. 
Van der Meer, M.P. 

2 85 Genter, R.B. and Grosse, A. V. 1971 993-1500 99.97 pure, 0.03 each Ca, Srj liquid barium was contained in a Type 304 stain-
less steel tube about 0.5 in O. D., 0.421 in I. D. and 10 in. long; the sample 
was obtained from Mackay Metals, New York. 

3 50 Van Zytveld, J. B., Enderby, J. E. , 1972 988,1053 99.5 Ba, <: 0.1 each Sr, Na, C, < O. 05 each AI, Fe, N2 , Zn; specimen was 
and Collings, E. M. obtainEd from Atomergic G1emetals Co. 

MiiUer, W. E. 
m 

4 86 1967 300 Pure; r-
m 

5 27 Meissner, W. and Voigt, B. 1930 1.26-273 Ba 1 Pure; specimen was placed in a glass tube filled with helium; sample size 0.2 x n ... 
4 x 40 mm; the electrical resistance was measured by compensation method, :0 

a mirror galvanometer was used. (=; 
» 

6 80 Rashid, M. S. and Kayser, F.X. 1971 A 80-300 1 99.0 pure Ba bar was obtained from Charles Pfizer Co., Inc. j it was extruded r-

to O. 2E4 cm dian:eter wire and 3 cm long specimen; the specimen was in ::0 
m 

b. c. c. structure. t.n 
iii 

7 80 Rashid, M.S. and Kayser, F.X. 1971 A 80-300 2 Similar to the above specimen except it was in recrystallized treatment at 470 K ... 
for 16 hr. < 

8 80 Rashid, M. S. and Kayser, F.X. :..971 A 20-400 3 Similar to the above specimen except it was double distilled and annealed at 
=i 
-< 

400 K for 4 days;p(300 K)/p( .4.2 K) = 400 ...... 900. 0 
9 82 Giintherodt, H. J., Hauser, E., 1975 C 292-1258 99.5 pure; the specimen was suppUed. by Fluka; a thin-wall vacuum tight stain- ~ 

and Kiinzi, H. V. less steel crucible was used in measurement; the specimens were etphed » 
first in methyl alcohol and th.en in toluene, then the specimens were trans-

r-

" ferred 10 the measuring cell and the open end of the crucible was pre ssed » 
together; data were extracted. from the figure; reported error 4%. 

,.. 
Z 

10 79 Meissner, W., Franz, H., and 1932 1. 3-273.16 Pure; the specimen was obtained from Dr. Friderich; relative resistance data m 
Westerhoff, H. were reported; resistance a~ temperature 273.16 K, Ro == 3.12 X 10'"'3 0; the m » resistivity data were obtained by using Pm. 16K = 57.6 x 10-8 0 m. ;0 ... 

11 68 Katerberg, J., Niemeyer, S., 1975 A 295-524 99.5-99.7 purity specimen was obtained from Atomergic Chemetals Co.; the X 
Penning, D., and Van Zytveld, J.B. experiment was n:easured with the sample held under an atm of pure argon; m 

data were extr acted from figure. 
,.. 
m 

!- 12 68 Katerberg, J., et al. 1975 A 328-776 Similar to the above specimen. ~ 
m 

." 
13 81 Rinck, F. 1931 A Pure; double distilled specimen was prepared by Prof. Guntzj cylindrical Z :r ... 

~ spec~men 10 cm long, 1. 215 cm in diameter; because of crack only small '" n section of the specimen was used to measure the resistance; melting point :r 
(I) 984 K; data were extracted from figure. ~ 
~ 14 83 Grube, G. and Dietrich, A. 1938 '322-995 98.72 Ba, 0.31 Mg, 0.18 Zn, 0.25 Si, 0.05 Fe.+Al, 0.33 Cl, rest N2 +02; (I) ,. melting point 950 :1:2 K; the 3pecimen was obtained from 1. G. Farbenindustrie 
a Aktiengesellschaft. Bitterfeld. g 

~ 15 84 Cook, J. <l, and Laubitz. M. J. 1976 344-770 Ba3 Pure; specimen was prepared by sublimation at 1173 K in He at 8 mm Hg. a < 
~ 405 stainless steel pot was used; a Ta tube degassed at 1173 K was filled 

!A with Ba dendrites and welded shut at both ends and it was kept at 1173 K in 

Z vacuum for three days in order to drive off as much H as possible, finally 
~ the Ta was removed from the Ba casting using a lathe in a glove box con-
.. .., taining Lnert gas; the residu!l.l resistance ratio of the sample was 55; mea-

:0 surements were taken with increasing temperature; data were extracted ..a=a. 
::c: from the smooth figure; no thermal expansion correction:' on data. co 

"'-I 
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Cur. Ref. 
No. No. 

16 84 

17 84 

18 84 

19 84 

20 84 

21 84 

TABLE 16. MEASUREMENT INFORMATION ON THE ELECTRICAL RESISTIVITY OF BARIUM Ba (Temperature Dependence) (continued) 

Method Temp. Name and 
Author(s) Year Specimen Composition (weight percent), Specifications, and Remarks 

Used Range,K Designation 

Cook, J.G. and Laubitz, M.J. 1976 344-615 Ba3 The above specimen; the sample was first cooled to 620 K and after a 10 hr 
period measurements were taken with decreasing temperature. 

Cook, J.G. and Laubitz, M.J. 1976 423-716 Ba3 The above specimen was allowed to react with H2 at 535 K; measurements were 
take:l with increasing temperature. 

Cook, J.G. and Laubitz, M.J. 1976 485-716 Ba3 The above specimen; measurements were taken with decreasing temperature. 

Cook, J.G. and Laubitz, M.J. 1976 295-742 Ba3 The above specimen was allowed for H2 charging at 620 K; measurements were 
taken with increasing temperature. 

Cook, J.G. and Laubitz, M.J. 1976 295-742 Ba3 The above specirrenj measurements were taken with decreasing temperature. 

Cook, J.G. and Laubitz, M.J. 1976 324-739 Ba2 Commercially pure; reSidual resistance ratio was 10; data were extracted 
from the smooth figure and without thermal expansion correction. 
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TABLE 17. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVITY OF BARIUM Ba (Temperature Dependence) 

[Temperature, T, K; Resistivity, p, to -s Om] 

T p T P T P T P T P T P 

CURVE 1 CURVE 6 {cont.} CURVE 7 {cont.} CURVE 8 {cont.} CURVE 9 ( cont. ) CURVE 12 ~ cont. ) 

4.2 1.51 139 17.9 250 31.4 301 34.3 1154 309 573 148 
50 5.21 146 19.1 255 32.2 306 35.2':< 1185 308 594 156 

WO 10.51 154 20.1 271 34.8 311 36.2 1211 307 616 162 

150 16.14 161 21.0 276 35.8 316 36.9':<; 1258 305 633 167 
200 22.34 170 22.0 281 36.7 320 37.8 655 175 
250 29.25 176 23.0 286 37.7 325 38.5 CURVE 10 680 182 

273 33.0 183 24.0 296 39.3 331 39.3 701 189 PI 
300 36.9 190 24.8 333 40.3* 1.30 0.459 720 195 m 

197 25.8 CURVE 8 339 41.2>:< 2.24 0~474 746 203 Q 
CURVE 2 203 26.6 343 42.2 4.26 0.482 759 208 ~ 

.209 27.5 20 0.7 348 43.2* 20.47 1.61 776 212 n » 
993 228 216 28.4 28 1.7 352 44.0 78.18 12.3 .... 

1013 253 221 29.3 46 3.5 356 44.9>!< 273.16 57.6':< CURVE 13 ::a 
1098 281 226 30.2 67 5.8 361 46.0 m 

CA 

1212 299 232 31.0 81 6.9 365 47.1* CURVE 11 290 40.0 iii 
1286 387 238 32.0 91 8.0 369 48.0>''< 326 46.9 ... 
1298 383 244 32.9 102 9.0 376 49.1 295 40.1 346 51. 7':< < 
1396 412 249 34.0 113 9.9 377 49.9* 306 44.3 380 61.1 :'i 
1412 429 275 38.2 122 11.0 382 51. 0 326 51.4 410 70.8 -< 
1451 465 280 39.1 130 12.0 386 52.2* 342 57.1':< 446 83.1 0 

285 40.0 139 12.8 391 53.4 357 62.4 463 92.0 ." 

CURVE 3 296 41.9 147 13.9 395 54.5':< 372 67.2 480 101. 8 » r-
155 14.7 399 55.7>;< 391 73.3':< 500 113.4 ,.:: 

988 306.0 ±11 CURVE 7 161 15.5 403 56.6 407 79.2 513 120.0 l> 

1053 303.4 ±11 169 16.3 419 83.3 521 126.0 £: 
Z 

80 9.2 176 17.2 CURVE 9 434 89.3 535 135.2 m 
CURVE 4 92 10.4 184 18.0 446 94.7 546 143.7 m 

103 11.4 190 18.8 292 46 462 106':' 573 162.5 ; 
300 39 113 12.8 198 19.6 334 55 489 118 590 176.8 

122 13.8 203 20.5 393 73 527 140 610 191. 8 ::c 
CURVE 5 131 14.9 210 21. 2 451 100 624 204.3 m 

139 15.9 215 21.9 513 132 CURVE 12 633 210.3 In 
1. 26 2.57 146 16.9 222 22.7 565 168 638 215.2 ~ 

~ 3.44 2.59 154 18.0 227 23.4 599 197 329 42.4 652 220.1 rn 

"'G 4.21 2.59 162 18.8 233 24.2 639 211 338 43.3 663 222.3 
Z 

:r 
... 

'< 20.45 3.863 170 19.8 238 25.1 670 219 343 53.7 683 224.7 en 
!" 
n 78.00 16.38 171 20.9 244 25.9 719 228 360 59.6 698 226.2 
:r 85.68 18.14 183 21.7 250 26.6 782 237 374 66.0 729 229.2 dI 

~ 273.16 57.6 190 22.6 254 27.4"" 832 244 435 88 772 232.7 

~ 196 23.6 261 28.2 898 250 451 97 791 234.1 

c CURVE 6 203 24.5 266 28.7>',< 955 259 466 104 820 237.0 

! 209 25.3 271 29.6 980 262 482 110 854 238.7 
92 12.4 215 26.2 276 30.3 995 316 494 116 

< 103 13.5 220 27.0 281 31. 2 1021 315 513 127 CURVE 14 
~ 114 14.7 226 27.9 287 31.9':' 1051 314 529 136 
!» 122 16.0 233 28.8 291 32.9 1073 313 540 141 322 50.9 
Z 130 16.9 238 29.6 295 33.5';< 1111 312 556 144 373 57.1 
~ 
.!'S 
:0 

':< Not shown in figure. ~ 
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TABLE 17. EXPERIMENTAL DATA ON THE ELECTRICAL RESISTIVI'IY OF BARIUM 

T p T P T P 

CURVE 14 ( cont. ) CURVE 16 (cont.) CURVE 20 

423 64.0 552 102.5 295 38.0':< 
473 70.7 572 108.3 322 42. 8"~ 
523 76.7 598 115.6 343 47.5':' 
570 81. 0 615 121. 9 360 51.5':< 
623 84.1 375 55.8* 
639 85.9 CURVE 17 399 62.7':< 
650 80.3 411 67.7 
661 61.4 423 67.3':' 431 76.0 
672 46.9 432 70.9':' 458 89.7 
721 55.2 456 81.1 479 101. 7'~ 
773 61.5 482 89.2 498 113.4':< 
819 68.9 498 94.6 528 133. O~, 
869 74.7 548 109.7 568 164.6':' 
922 79.8 598 125.5 598 184.9':' 
942 83.0 699 156.6 620 197.1':' 
950 132.9 716 161. 9 627 200.1':' 
995 132.7 637 203.1':' 

CURVE 18 674 207.8':' 
CURVE 15 700 211.9':< 

485 96.9 742 219.9':' 
344 44.9 498 103.8 
374 51.4: 516 114.4 CURVE 21 
390 55.1 521 116.6 
400 57.1 560 127.1 324 50.6>!' 
441 67.6 597 136.3 343 55.4 
497 82.3 699 159.0 368 62.5 
534 92.1 716 161. 9':' 384 67.6 
550 96.6 399 72..6 
598 110.6 CURVE 19 417 79.5 
638 123.6 431 86.6 
652 127.5 295 38.0 453 97.8 
668 133. 1) 322 42.8 479 112.2 
698 141.4: 343 47.5 498 124.2 
734 151.5 360 51.5 568 172.8 
770 161. () 375 55.8 584 184.3 

399 62.7 598 192.7 
CURVE 16 428 72.7 606 196.5 

447 79.4 618 200.2 
344 44.9>',< 466 88.3 634 204.1 
374 51.4>:' 482 97.0 674 211. 5 
390 55.1~' 498 107.6 705 218.3 
399 58.2 528 133.0 726 223.8 
415 64.3 568 164.6 73'9 227.0 
423 67.3 598 184.9 
432 70.9 620 197.1 
446 75.4 627 200.1 
458 79.4 637 203.1 
498 88.7 674 207.8 
528 96.3 700 211.9 

742 219.9 

':. Not shown in figure. 

Ba (Temperature Dependence) (continued) ~ 
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4.6. Radium 

Radium, with atomic number 88, is a brilliant white, 
radioactive metal, and is the last member of Group II A 
elements. Its density has been estimated to be about 5 g 
cm -3, which is, however, questionable. The melting and 
boiling points of radium have been given as about 973 K 
and 1900 K, respectively. Radium has no stable isotope and 
has sixteen radioactive isotopes known to exist, with half
lives ranging from less than 1 millisecond (216Ra) to 1620 
years (226Ra). One gram of the longest-lived 226Ra under
goes 3.7 X 1010 disintegrations per second; this amount 
of radioactivity has been defined as one curie. Radium 
occurs in nature and is present in all uranium minerals in 
trace quantities. 

Temperature Dependence 

Although no information appears to have been published 
regarding the electrical resistivity of radium, a value of 
0.186 W cm-1 K-1 attributed to Chirkin [87] for the room 
temperature thermal conductivity of radium does appear 
in the Handbook of the Physico-chemical Properties of the 
Elements edited by Samsonov [88]. Neither the basis of 
this value nor its probable reliability is known. 

We have roughly estimated. the lattice thermal conduc
tivity of radium at 293 K to be 0.13 W cm-1 K-l by extrapola
tion to the atomic number 88 of a curve drawn through the 

lattice thermal conductivity values of calcium, strontium, 
and barium in a logarithmic graph of lattice thermal con
ductivity versus atomic number. The lattice thermal con
ductivity values of calcium, strontium, and barium are 
taken from Cook and Van der Meer [73]. Using the 
Wiedermann-Franz-Lorenz law, the electrical resistivity at 
293 K is estimated to be 41 X 10-8 0 m. 

On the basis of the expected similarities between radium 
and other cubic-structure alkaline earth elements, namely 
calcium, strontium, and barium, we have roughly estimated 
the provisional intrinsic electrical resistivity of radium 
from 200 to 500 K by a least-mean-square-error fitting to 
the intrinsic electrical resistivity values of calcium, stron
tium, barium with a logarithmic equation with temperature 
and atomic number as the independent variables. The re
sulting equation is as follows: 

IOglo Pi == -0.95 10glOT -
1.1810g10Z + 1.37 log loT X 10gloZ (14) 

where Z is the atomic number and T is the ahsolute tem
perature. 

The provisional values are listed in table 18 and shown 
in figure 12. The uncertainty in the provisional values is 
believed to be within ±80%. The room temperature elec
trical resistivity value is about two times of the value 
calculated from Chirkin's thermal conductivity data. 

TABLE 18. PROVISIONAL ELECTRICAL RESISTIVITY OF RADIUM 
(Temperature Dependence) 

[Temperature, T, Kj Intrinsic Resistivity, Pi' 10-8 0 m] 

T 

225 
250 
273.15 
293 

300 
350 
400 
450 
500 

44 
54 
65 
76 
85 

88 
115 
145 
177 
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5. Summary and Conclusions 

The electrical resistivities of alkaline earth elements have 
been surveyed and studied over the years by a number of 
investigators, including Meaden [89] Cook, Laubitz, and 
Van der Meer [71, 73, 84]. Electrical resistivity data are 
presented also in a number of h:mflhook~ 5Ol11Ch al'l thMP. of 
Kaye and Laby [90], Landolt-Bornstein [91], AlP [92], 
CRC [93], etc. However, their main concern is to provide 
a general picture by giving only one or a few particular 
sets of data, and only a limited temperature range is 
covered. 

The purpose of the present work is quite different from 
that of the above mentioned works. There are two major 
aims: (1) to exhaustively search the open literature so that 
all the available experimental data are comprehensively 
compiled, and (2) to generate recommended reference 
values by critical evaluation, analysis, and synthesis of the 
existing experimental data. These aims are now achieved. 
This work has presented Lhe m015L cowp.reheusively cuw

piled experimental data and information on the electrical 
resistivity of alkaline earth elements and has provided the 
recommended reference values over a very wide range of 

temperature. The recommended values were obtained by 

least squares fitting of the selected experimental data or by 
correlating the relating properties. 

A comparison of electrical resistivity data from the 
literature with the present recommended values are shown 
in table 19. Table 19 shows that the recommended electrical 
resistivity values from the various sources are quite differ
ent, up to lOOro in some cases, that the more recent values 
are not necessarily closer to the truth, and that many of 
the values contained in popular handbooks are much in 
error. Thi~ atte:5t~ to the need of reliahle le£erence valuelS 

such as those generated in the present work. 
With a view to bring out any similarities or differences 

between the recommended values for the alkaline earth ele
ments, the recommended values of the intrinsic resistivities 
for all the six elements are shown together in Figure 13. 
I t can be seen from figure 13 that the electrical resistivities 
of calcium, strontium, barium, and radium which have cubic 
crystalline structure, form a nice family of curves with 
systematic variations, those of heavier elements being the 
higher. The electrical resistivities of beryllium and mag
nesium, which have hexagonal crystalline structure, vary 
differently from the above mentioned and from each other. 
Their cross-over is due to the fact that heryllium has a 

much higher melting point. 

TABLE 19. COMPARISON OF ELECTRICAL RESISTIVITY DATA FROM THE 
LITERATURE WITH THE PRESENT RECOMMENDED VALUES 

Element 

Be 

Mg 

Ca 

Sr 

Ba 

Ra 

Temperature 
K 

20 
273.15 

1000 
1500 

20 
273.15 
922 

1200 

20 
273.15 

1000 
1150 

20 
273.15 

1000 
1093 

20 
273.15 

1000 
1050 

200 
273.15 
500 

* Intrinsic resistivity 

Present work 
(1976) 

0.0336 
3.02 

27.5 
49.9 

0.0123 
4.05 

14.7 
25.6 

0.0600 
3.11 

12.8 
33.0 

0.918 
12.3 
62.2 
84.7 

0.940 
30.2 

275 
303 

44* 
76* 

212* 

Total Resistivity, p. 10-80 m 

eRC AIPt 
(1974) (1972) 

0.0004 
4.0 (293K) 2.72 

0.0125 
4.45 (293 K) 3.94 

Kaye & 
Laby 
(1966) 

2.8 
26 (973 K) 

3.9 

3.91 3.61 (293 K) 6.8 

2.48 
23.0 (293 K) 21. 8 

0.98 
36.3 

23 

60 

Meaden 
(1965) 

0.0054 
2.72 

0.0125 
3.94 

Landolt & 
BOrnstein 

(1960) 

3.2 

4.31 

3.6 (295 K) 4.06 

2.48 
21.8 

0.98 
36.3 

30.3 

36.0 

Cook, 
et al. 

(1973-6). 

0.104 (30 K) 
3.20 (277 K) 

12.5 

33 

t The values in the AlP Handbook are taken from the book by Meaden so that they are identical. 
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8. Appendix 
8.1. Methods of Measuring Electrical Resistivity 

A. Steady State Methods 

1. Voltmeter and ammeter direct reading (V) [94, p. 
159, 119,pp. 244-5] 

2. dc Potentiometer Method (A) [89, pp. 151-8] 
a. 4-probe potentiometric method 

3. dc Bridge Method (B) [89, pp. 141-51] 
a. Kelvin Double Bridge 
b. Mueller Bridge 
c. Wheatstone Bridge 

4. van der Pauw Method (P), [95] 

5. Galvanometer Amplifier Method (G) , [96, pp. 
159-62] 

B. Non-steady State Methods 

1. Periodic currents involved 

a. Direct connection to sample 
(1) ac Potentiometric Method (C) [89, pp. 

161-2] 
(2) ac Bridge Method (D) [89, p. 162) 
(3) Q-Meter Method (Q) 

b. No connection to sample 
(1) Mutual Inductance Method (M) [97] 
(2) Self-inductance Method (S) [98] 
(3) Rotating Field Method (R) [99] 

2. Non-periodic currents involved 

a. Direct connection to sample 
(1) Transient (subsecond) technique (T) [100] 

b. No connection to sample 
(1) Eddy current decay method (E) [101, 89, 

p. 103] 

C. General Comments 

1. Code "I" means Induction Method 
This is a combination of Items B.lh. and B.2.h. 
above. Subsumed under I is M, R, S, or E. Used 
only if author indicates induction method used and 
does not report which specific one. 

2. The symbol "~,, is used if method described by the 
author is not sufficient to assign a specific code 
presently used. For example, if the author stated 
that "acMethod" was used in his measurement hut 
no specifics were given, the following wording would 
he used in the column Composition, Specifications', 
and Remarks: "Experimental method descrihed as 
an ac method." In the column for Method Used on 
the Specification Table the following symhol would 
appear': ~. 
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